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ABSTRACT

The impact of atmospheric moisture particles on ablating hypersonic bodies was
studied experimentally and theoretically. Various factors involved in the simulation of
impacts with atmospheric-moisture particles during re-entry are discussed. The
phenomena was studied experimentally in a rocket exhaust jet using small solid and
liquid particles to simulate atmospheric moisture, Factors which could not be simu-
lated in the rocket-exhaust-jet tests were analyzed theoretically, The experimental data
were correlated using a mechanism based on the dissipation of particle energy in the
melt layer, The results were extrapolated to the conditions of atmospheric re-entry.
The results indicate that the ablation rate on a nose cone following a 3000 NM trajectory
increases by a factor of 2 during flight through a cloud as a result of impacts with fine
ice particles or water droplets,
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INVESTIGATION OF HIGH-SPEED PARTICLE EROSION OF
MELTING AERODYNAMIC SURFACES

by

E. W, Ungar

INTRODUCTION

The re-entry portion of a ballistic missile is subject to extreme heating during
passage through the atmosphere, The extent of this heating, which results from
dissipation of vehicle potential and kinetic energies, depends on the range of the missile
and the weight-to-drag ratio of the re-entry vehicle, The nose of the re-entry vehicle
is generally blunted, so that a large amount of vehicle energy is dissipated by heating
the air behind a detached shock wave, However, there still may be sufficient energy
transferred from the hot gas behind the detached shock wave to the re-entry body to
vaporize most materials, Thus, a thermal protection system is required such that
the interior of the nose cone remains at a sufficiently low temperature level to allow
operation of the equipment contained therein,

Three types of thermal protection system that are considered to be effective are
(1) an ablating system, (2) a heat-sink system, and (3) a transpiration cooling system,
The most promising of these three systems appears to be the ablating system. In this
system, the interior of the re-entry body is protected from the effect of heat transfer
from the hot shock-layer gas by the controlled loss of mass from a relatively thin
surface coating. The mass loss may result from either (1) melting, (2) sublimation,
(3) melting and subsequent boiling, (4) chemical degradation, or (5) oxidation. Further-
more, composite materials may be used in the ablating system that combine two or
more of the types of loss listed., The ablation of surface material protects the interior
of the nose cone by one or more of the following processes: (1) by utilizing a large
portion of the transferred energy to heat liquid or gaseous products of the ablation
process; (2) by decreasing the enthalpy gradients in the gaseous boundary layer; and
(3) by increasing the radiation from the hot surface layers to the surrounding
environment,

A number of studies have been made in recent years to determine design criteria
for ablating nose~cone systems under ideal atmospheric conditions, The success of
these studies is indicated by the results of recent flight tests and the present operational
status of the Jupiter missile., The problem considered in the present investigation is
connected with the re-entry of a nose cone under nonideal atmospheric conditions, that
is, the effect on an ablating nose-cone system of flight through clouds. The atmospheric-
moisture particles that make up these clouds might impact on the nose-cone surface
with large relative kinetic energies, The effect of these impacts might be to increase
the ablation rate to such an extent that the interior temperature of the vehicle will
exceed the limit for reliable operation of the equipment contained within. Furthermore,
the increased rate of ablation might occur at nose-cone locations where only small
amounts of material loss would be expected otherwise. In an extreme situation, the
geometry of the nose cone might be altered sufficiently by particle impacts to affect
the accuracy of the missile's flight path. On the other extreme, the effect of the
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particles might be to cool the nose-cone surface, resulting in a net decrease in, the
ablation rate. A study of the vulnerability of a re-entry body to the effects of particle
impact also has significant implications for the field of missile countermeasures.

This report begins with a description of the nature of the problem of atmospheric-
moisture-particle impacts on a melting surface, followed by a discussion of similarity
considerations for simulation of flight phenomena, This is succeeded by a general
analysis of various test facilities, and a detailed description of the ABMA 3.5 AHT
facility., This is followed by a discussion of the experimental program, the presenta-
tion of test results, and a correlation of the data., A discussion of failure mechanisms
comes after this presentation of test results, Then various factors involved in the
application of the test results to flight conditions are considered; these include particle-
impaction efficiencies, water-droplet evaporation in the shock layer, water-droplet
breakup in the shock layer, scaling of the liquid-melt layer thickness, and particle
heat-sink effects. The results of calculations of particle effects are presented for
both a 3000-NM and a 500-NM ballistic trajectory in order to indicate the magnitude of
the effect that might be expected in flight,

SUMMARY OF RESULTS

Aerodynamically shaped nose-cone specimens were exposed in the particle-laden
exhaust of the ABMA 3,5 AHT engine which burns a mixture of hydrogen peroxide and
kerosene, This engine has been modified to allow the injection of a particle~-kerosene
slurry. Both liquid and solid particles, with average sizes ranging from 6 to 88
microns, were used in the experiments, The majority of the tests were conducted by
using Micarta 259-2 as a specimen material, although supplementary tests were
conducted by usihg a calcium aluminate material, a silica material, and a ceramic,
Mix 785, developed by Battelle for ABMA, The Micarta 259-2 was chosen for
consideration because it is representative of the reinforced plastics in current use,

The test results indicated that the erosion rate of Micarta specimens exposed to
a particle-laden hot-gas stream increases with both particle size and concentration in
a nonlinear manner, In some instances, the particles inflicted severe damage on the
Micarta test specimens, These results were correlated on the basis of a melt-
protection mechanism; that is, it was assumed that the particles dissipate a portion
of their kinetic energy within the melt layer. Thus, the melt layer to some extent,
protects the surface of the nose cone from particle-impact effects, and the extent of
this protection depends on the melt-layer thickness and density. The experimental
data indicate that this correlation is applicable to both liquid and solid particles,

Theoretical studies were carried out to determine the factors controlling impaction
efficiency, droplet breakup in the shock layer, and droplet evaporation in the shock
layer. These studies indicated that it is reasonable to assume an impaction efficiency
of 100 per cent, and to neglect breakup and evaporation of droplets in the shock layer
when order-of-magnitude estimates of particle effects in free flight are being made.
Additional study of these factors would be required in order to obtain detailed design
data, but these additional studies were beyond the scope of this program,
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The liquid-melt-layer thickness was found to be important when considering
impact effects; thus, it became necessary to estimate the average melt thickness in
free flight., A means of doing this on the basis of rocket exhaust tests was developed,
and this method was applied to Micarta 259-2 along two representative ballistic
trajectories.

The cooling effect of atmospheric-moisture particles on the ablating body was
analyzed within a first-order-approximation. The thermal history of the droplet had
to be assumed in order to estimate the decrease in the heat flux to the ablating body due
to droplet cooling, Additional studies of droplet-cooling effects would be required in
order to obtain good estimates of the effect of droplet cooling on the ablation rate, but
these studies were beyond the scope of this program. S

Impact effects on free-flight missiles were calculated by using the relations
developed in this program. An analysis of a 3000-NM trajectory showed that the
ablation rate may be increased, under some conditions, by as much as a factor of 2
during flight through a cloud. Similar calculations showed that the total amount of
material ablated along a severe 500-NM trajectory would be increased by almost 8 per
cent as a result of flight through a nimbostratus cloud.

OBJECTIVES OF PROGRAM -

The principal objectives of this program were (1) to determine the magnitude of
the increased erosion of melting aerodynamic bodies resulting from the impact upon
these bodies of particles simulating atmospheric moisture, (2) to determine and utilize
a test facility which is suitable for use in studying such effects and (3) to extrapolate the
results to flight trajectories in order to obtain at least a nominal indication of the mag-
nitude of the particle erosion problem for melting bodies.

NATURE OF THE PROBLEM

A body re-entering the atmosphere along a ballistic trajectory generally is pre-
ceded by a detached shock wave. Figure 1 is a schematic sketch of the flow system
under consideration, During flight through a cloud, the body encounters atmospheric~
moisture particles in the size range from 2 to 100 microns. The relative velocity
between the particles and the body is essentially the flight velocity of the body. The
particles first feel the presence of the re-entry vehicle when they encounter the bow
shock wave, The particles suddenly penetrate the shock wave and enter the shock
layer, which to the particle consists of high-velocity, high-temperature air,

The high relative velocity between the particles and the shock-layer gas leads to
aerodynamic forces that tend to deflect and decelerate the particles relative to the body
and also to disintegrate the particles, Because the shock layer is thin and the initial
particle velocity relative to the missile is high, the time during which the particles
remain in the shock layer is short, being of the order from 10 to 100 microseconds.
Thus, the aerodynamic forces act on the particles for only a short period of time.
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FIGURE 1. SCHEMATIC MODEL OF THE ABLATING SYSTEM

Dimensions in the y direction are exaggerated,
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If the particles are in the form of compact ice crystals or if the shock-layer
residence time is found to be insufficient for the breakup of liquid droplets, it becomes
necessary to determine the fraction of the particles that cross the shock wave, but
are not deflected sufficiently by aerodynamic forces to miss the body. This fraction is
referred to as the impaction efficiency. Hence, the impaction efficiency is the ratio of
the number of particles that hit a selected region of the body to the number of particles
ahead of the shock wave in the projected area of the selected region. The energy that
these particles transmit to the body depends on their impact velocity, this, in turn,
depends on their initial velocity and the deceleration of the particles due to aerodynamic
forces in the shock layer,

The high shock-layer temperatures are more than sufficient to vaporize the
droplets. It is necessary, therefore, to determine whether sufficient time is available
for droplet evaporation in the shock layer. Ideally, the mass evaporated from the droplet
and the diameter of the droplet at the time it impacts the body should be determined.

For an order-of-magnitude analysis, however, it is sufficient to determine only the
relative importance of droplet-evaporation phenomena.

After passing through the shock layer, the particles impact on the liquid-melt
layer, The melt layer is generally of the order of several particle diameters thick,
The particles are deformed and decelerated by the liquid melt as they penetrate the melt
layer, and thus lose a large amount of their energy relative to the re-entry body., This
energy loss is such a large fraction of the initial kinetic energy of the particle that it
must be accounted for in detail., In fact, the energy dissipation in the melt layer is
believed to be the most important single factor involved in the evaluation of particle-
impact effects.

After passage through the melt layer, the particle strikes the solid body
beneath. The particle imparts the residual kinetic energy not dissipated in the melt to
the solid material, causing damage to the body. In the case of Micarta 259-2, itis
believed that the particle energy increases the rate of decomposition of the plastic, thus
increasing the ablation rate of the entire system.

It should also be noted that the particle impacts affect the heat flux to the body.
This can occur-in any of several ways, such as (1) a decrease in heat flux due to gas .
evolved from the plastic decomposed by particle impacts, (2) a cooling effect produced
by the evaporation of the droplet following impact, and (3} an undetermined effect
resulting from the disturbance of the liquid melt produced by droplet penetration,

Thus, it is evident that particle impacts on an ablating body lead to a complex
phenomena of interactions with the thermal protection system. All of these phenomena
are discussed in more or less detail in this report depending on their importance to the
over-all effect of particles on ablation and also depending on the relative ease with which
the phenomena could be analyzed. The investigation reported herein thus, represents,
an initial investigation of the effects produced by small-particle impacts on a melting
aerodynamic body,
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SIMILARITY BETWEEN TEST AND FLIGHT CONDITIONS

As is evident from the preceding discussion, many parameters influence the
effect of atmospheric particleson an ablating re-entry body. These parameters must
all be considered in the simulation of high-speed-particle impacts on a melting surface
in a laboratory device. In fact, to reproduce the physical phenomena accurately, each
parameter would have to be simulated, This would necgssitate firing a full-scale
ballistic missile such that it would re-enter the atmosphere in a location with a known
cloud composition, As this is not considered to be practical under the scope of this in-
vestigation, the relative importance of each parameter must be determined, and a lab-
oratory exposure scheme must be developed in which the important parameters are
properly controlled. The problem of simulation may be subdivided conveniently into
three separate categories: (1) the flow field and thermal environment with respect to the
nose cone, (2) the flow field with respect to the particle, and (3) the physical effect of the
particle on the melting nose cone. Each of these categories is discussed,

Flow Field With Respect to the Nose Cone

The re-entry body under discussion is considered to be traveling along a
ballistic trajectory, Thus, the flow conditions vary, in general, as a function of time
from those of hypersonic flight to possibly subsonic flight., Because impacts with
cloud elements are being considered, considerations were limited to altitudes of less than N
40,000 feet. For a severe ballistic traJectory, which is representative of second-
generation IRBM's, hypersonic flight is maintained even at altitudes less than 40,000
feet, The discussion that follows is concerned with simulation of a hypersonic flight
condition, Simulation of the flow field about the nose cone can be achieved if the
following are simulated: (1) Mach number, (2) Reynolds number, (3) properties of
high-temperature air, and (4) nose-cone geometry,

The Mach number determines the shock-detachment-distance ratio, A\/R, and
influences the pressure and velocity gradients in the shock layer. The shock-detachment-
distance ratio decreases rapidly at first, and then slowly, as Mach number increases to
values greater than about 3 for the flow around spheres in air(1)*, The slow decrease
of detachment-distance ratio as the Mach number becomes much greater than 1 may be
considered analogous to the well-known case of the friction factor in a pipe becoming
less affected by Reynolds number as the Reynolds number becomes significantly
greater than that required for transition. Thus, it becomes necessary only to
simulate the shock-detachment distance at some arbitrary hypersonic Mach number,

If this can be accomplished, then the difference between the detachment-distance ratio
at the test condition and that at any other hypersonic Mach number will be small,

One other parameter influences the detachment-distance ratio, and that is the
ratio of specific heats, The detachment-distance ratio decreases slowly with a
decreasing ratio of specific heats. Therefore, a Mach number less than 3 may be used
to obtain a detachment-distance ratio similar to that obtained for air in hypersonic flow
if the gas used in the laboratory device has a ratio of specific heats of less than 1. 4.
A ratio of specific heats of 1. 2 to 1. 3 may be considered to be representative for the

*Numbers in parentheses refer to references at the end of this report.
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products of combustion of a hydrocarbon fuel with H202, This leads to similarity with
hypersonic flow at a Mach number of about 2, 5. Analogous reasoning with a reduced
ratio of specific heats leads to similarity of velocity and pressure gradients in the shock
layer,

At the altitudes being considered, the Reynolds numbers with respect to the
nose-cone radius are extremely high, being of the order of 107 to 108, Simulation does
not require these high Reynolds numbers to be duplicated in the laboratory, but simply
that the laboratory Reynolds number be sufficiently high that the flow is well into the
turbulent regime not far from the stagnation point(2). This is easily accomplished in
many of the test facilities that might be considered. It is to be noted that this type of
reasoning generally precludes the possibility of simulating the exact location of
transition to turbulent flow,

The air in the shock-layer region in front of a body at hypersonic velocities is
extremely hot. At the shock-layer temperatures, the molecular species of which air
is composed may be partially dissociated or even ionized. To achieve both chemical
and dynamic similarity with this reacting mixture, the gas used in laboratory studies
must be air heated to similar temperatures, The properties of the reacting mixture in
the shock layer exert a strong influence on the heat transfer to the body, but fortunately
they do not strongly influence the kinematics of the flow field. Scala(3) recently
reviewed the parameters necessary for simulation of hypersonic flow, and in addition
to the Mach number and Reynolds number, listed five dimensionless groups that should
be reproduced in the laboratory to achieve chemical similarity with the reacting gas
mixture in the shock layer. Although the kinematics of the flow field about the
laboratory test specimens is considered to be important to the simulation of particle
effects, the chemistry of the shock-layer gas is not considered critical. The effect of
thermochemistry on heat transfer probably can be neglected so long as the heat flux
to the model is sufficient to produce a reasonable rate of ablation that would be repre-
sentative of a practical thermal protection material in hypersonic flight,

The nose region of a re-entry vehicle is generally a portion of a sphere, which
leads to an axisymmetric flow field, It is a simple matter to use a spherical-nosed test
specimen for laboratory simulation of vehicle geometry, The nose radius may be
scaled up or down, depending on other similarity considerations or to accommodate the
size of the laboratory facility, As the principal region of interest in this program is
the general vicinity of the stagnation point, the model need only geometrically simulate
that region of the flight vehicle. Thus, a cylindrical specimen with the nose region
composed of only a small portion of a sphere is sufficient for simulation of conditions
in the vicinity of the stagnation point. Edge effects at the intersection of the sphere
and the cylinder are not felt strongly near the stagnation point. This statement is based
on the experimental results presented by Boison and Curtiss(4) for the flow field
around hemisphere-cylinders of various degrees of bluntness,

In flight, parallel flow exists ahead of the re-entry body, whereas the direction
of flow approaching the body in a laboratory device may not be parallel to the center
line of the model, This would be the case, for example, for the exhaust gas from most
supersonic nozzles that might be employed for model testing, Difficulties may be
encountered if the divergence angle of the nozzle is large. The influence of flow
divergence on test results is difficult to evaluate; however, it should be considered
when various types of test facilities are reviewed,
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Flow Field With Respect to Particles

As has been pointed out already, the particles may be deflected, decelerated,
and deformed by aerodynamic forces in the shock layer, Deflection and deceleration
affect the impaction efficiency, whereas deformation may lead to droplet disintegration.
Furthermore, the particles may lose some mass by evaporation as a result of the
high temperatures in the shock layer, In order to establish criteria for simulation of a
phenomenon, it is necessary first to determine the parameters that enter into the
phenomenon and the relative importance of these parameters, If this is not possible,
the phenomenon should be reproduced in entirety in the experiment, Simulation of the
impaction efficiency, droplet deformation, and droplet evaporation will be discussed
separately,

Particle-Impaction Efficiency

Upon entering the shock layer, the particle originally has a high velocity
relative to the shock-layer gases. In some cases, the magnitude of this relative
velocity is several thousands of feet per second, Because the shock-layer gas is flowing
around the re-entry body, there will be a velocity component normal to the direction of
particle motion, except along the streamline to the stagnation point, where only
deceleration occurs, Simulation of particle paths requires that both the particle
accelerations and the shock-layer time scale be modeled in the experiment.

The deceleration requires the initial particle velocity relative to the shock-layer
gas to be reproduced and the ratio of aerodynamic forces to particle mass to be
simulated, An approximate analysis of particle deflection and deceleration in order to
obtain pertinent parameters follows,

The force on the particle is given approximately by

B 1 2 '
Fp=CphyrgViAp - (1)

Conservation of momentum for the particle requires the force to be equal to the
time rate of change of linear momentum, which is

d
F =— (m V
P dt ( p ’ (2)
and, since mp is assumed to be constant for this analysis,

dv

Fp=mp-a—t- . (3)

Combining Equations (1) and (3), and noting that
ndg

mp.= pp 6 3
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7Td2 7rd3
CD%%V5%= pp_égg
Solving for the acceleration leads to
& =;Z—§%’ vZ . (4)

The displacement of a particle in the x-direction due to acceleration is
proportional to the product of acceleration and the square of time for a constant
acceleration, or

a_<338_CDv> 2,

which becomes

Sa%(‘% Cde )( m><)

where

G
I
C.‘|>’

8

and is a characteristic time,

For a uniform particle distribution upstream of the shock wave,

2 2
n=(R - Stot) /R2 ,
where Sgo¢ is the total displacement of the particle that just misses or just hits the body.
Expanding the above expression yields

n = (R? - 28,y R + S&4) /RZ

but

2 2
Stot << R

except for the extreme situation where the impaction efficiency is close to zero.

Therefore,

n=~1-2(Stt/R),

which leads to 7) being approximately a function of the instantaneous particle displace-
ment. Therefore,
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. On the basis of Equation (5), the parameters required for simulation of the
particle motion in the shock wave might be considered to be

Pg A2 CD"’
ppdp R

and a dimensionless group including
Uw .

Hence, the impaction efficiency and impact velocity are functions of these parameters,
such that an increase in efficiency is associated with a decrease in the parameter

Pg G Cp
Pp dp R

and an increase in U, ,

It was felt to be interesting to compare these results with the established
similarity criteria for particle impaction in subsonic flow. In order to do this, the
inverse of the similarity parameter is used, That is, the impaction efficiency is a ;
function of

fp 9p R
rg 25 Cp

_ In subsonic flow, the drag coefficient is generally taken as the value from Stokes

drag law: ’
24

CnRn= a._V_L

P dV g

Substitution in the similarity parameter and rearrangement yields, after
dropping the numerical constant,

2
fde VrZ
uR (A/R)™
which might be compared with the subsonic similarity parameter(s):
s
uR
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Comparison of the two parameters shows the difference to be in the term
()»/R)‘2 in the denominator of the supersonic parameter. As the (>\/R)2 is less than 1,
the value of the impaction parameter for supersonic flow is greater than that for
subsonic flow, This is to be expected, because, in subsonic flow, the presence of the
body affects the motion of particles at great distances, whereas, in supersonic flow,
the presence of the body affects the particle motion only when the particle encounters
the shock wave, a distance A from the body. Particle impaction efficiency would thus
appear to lend itself to analytical evaluation,

Particle Deformation

The similarity parameters for liquid-particle deformations in the size range
heing considered are not well defined, as indicated later in this report. Hence, an
experimental apparatus for studying impact effects should accurately reproduce flight
phenomena in order to account for particle deformations. At this time, it can be said
only that the aerodynamic forces acting on deforming liquid droplets need be scaled with
respect to the résponse of the droplet to these forces.,

Particle Evaporation N

The temperatures in the shock layer are sufficient to vaporize the water droplets.
However, the residence time in the shock layer is usually not sufficient for equilibrium
conditions to be obtained; hence, it is expected that droplets impinge on the melt layer
as water droplets, although some evaporation does occur. The similarity parameters
that should be utilized in devising an experiment will be reviewed briefly. ’

If the time required to heat the surface of the particle to its boiling point is
neglected, then the quantity of material evaporated from the droplet is evidently
proportional to the ratio of the energy transferred from the shock-layer gas into the
droplet to the energy required for vaporization of the mass lost and for heating that
mass to a mean boundary-layer temperature! The boundary layer referred to here is s
the boundary layer on the droplet. At shock-layer temperatures, the heat-transfer rate
is proportional to the enthalpy difference across the boundary layer. Thus, the ratio
of the enthalpy difference across the boundary layer to the enthalpy rise of the
vaporized water is probably a pertinent parameter.

A second pertinent parameter would be the shock-layer residence time, which
might be taken as proportional to the ratio of shock detachment distance to the particle
velocity relative to the re-entry body at the free-stream condition. Droplet evaporation
is considered later in this report in order to determine the magnitude of the effect.

[ T S
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The Effect of the Particle on the Nose Cone

In considering the effect of the particle on the nose cone, two parameters of
interest are particle momentum and particle energy. In addition, itis necessary to
consider the melting surface, the relative size of the particle with respect to some
dimension in the ablating system, such as the depth of melt, and finally the question of
simulation of the over-all ablation rate on the nose cone and the thermodynamic states
of the atmospheric moisture-particles.

It is desirable to simulate both particle momentum and particle energy
simultaneously in an experimental device. This requires that particles of the same
mass as atmospheric-moisture particles be accelerated to velocities comparable to re-
entry velocities, If the test facility does not allow particle acceleration to such high
velocities, the mass of the particle must be adjusted to simulate either momentum or
energy. As it is desirable, for other reasons, to use particles of the same size as
those found in flight, it is probably most convenient to use particles of densily greater
than water for the tests, :

The test facility used in the experimental studies must provide a sufficiently high
stagnation temperature to produce a melting surface on the nose-cone specimen, As
the effects of various material properties are unknown prior to testing, it is desirable
to use the same material for test specimens as that used for thermal protection of the
actual re-entry vehicle, Thus, if Micarta 259-2 is accepted as the spécimen material,
stagnation temperatures of the order of 3500 R are required of the test facility in order
to produce a melting surface. It is not felt to be necessary, at least at the present,
to reproduce the thermal ablation rates encountered in flight, The requirement of a
melting surface establishes the general physical environment in which particle
impacts occur and is not rigorously a similarity parameter in the same sense as those
previously discussed,

The relation between the particle size and a characteristic dimension of the
re-entry body should be simulated in the experiment, As the melting of the body is
considered to be important to the impact phenomenon, it is reasonable to presume that
the ratio of particle size to melt thickness is an important similarity parameter, Itis
shown later in this report, on the basis of the data analysis, that the ratio of the product
of particle density and diameter to the product of average melt thickness and melt
density is of primary importance to the phenomenon of small-particle impact. As the
importance of this ratio is evident from the analysis of the data produced during this
program, detailed discussion of this ratio will be withheld until the analysis of the data
is discussed later in this report., The scaling of the particle-size ratio to free-flight
conditions will be covered when the application of results to a free-flight vehicle is
discussed., As the exact formulation of this parameter was unknown prior to testing,
it was decided to attempt simulation-of the particle sizes to be encountered in the
atmosphere, and also, within the limitations of the facility, simulation of the melting-
surface characteristics, Thus, in accord with previously discussed similarity
considerations, the test-specimen material should be the same as that used for
protection of the re-entry vehicle, and a reasonable or comparable rate of ablation
should be maintained during the experiment,
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As atmospheric-moisture particles can be either liquid water or ice, :both
solid- and liquid-particle impacts should be simulated in order to reproduce the effects
produced by impacts with atmospheric-moisture particles, This can be done by using
two particle materials of different melting points, such that one material is solid
and the other is liquid as they impact onto the surface. ’

s

Some cooling effect should be expected as a result of the introduction of either
liquid water or ice into the ablating system. This cooling effect depends largely on
the thermal properties of water and the rate at which the particles interact with the
ablating system. As the energy-transfer mechanisms involved in this cooling process
are not yet well understood, it would be desirable to reproduce this phenomenon in the
test facility, This requires the use of water or some other low-boiling-pointliquid as a
particle material. The difficulty here is that a practical test facility should allow the
completion of a large number of tests at reasonable cost, A facility so refined that it
reproduces the thermodynamic state of the atmospheric-moisture particles at every
point in the ablating system was not a practical facility for this program,., This is dis-
cussed in the next section of this report.

.
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TEST FACILITIES FOR STUDYING PARTICLE iMPACTS
ON A MELTING AERODYNAMIC BODY

Various test facilities that might be used for simulation of the impact of

. atmospheric-moisture particles on the melting surface of a re-entry vehicle are dis-
cussed in this section. The similarity parameters relating test to flight conditions that
were presented in the preceding section are referred to in connection with each of the
facilities discussed. As the conditions for similarity between test and flight are strin-
gent, it is not expected that any one ground facility can provide complete similarity,
The most important parameters to be simulated are those that (1) are considered to be
critical to the impact phenomena itself, and (2) are not well understood on the basis of
previous impact studies. The major types of test facilities are reviewed, and then the
ABMA 3.5 AHT facility used in this program is discussed,

General Review of Test Facilities

The suitability of various test facilities to a study of high-speed particle impacts
on melting bodies is discussed in this section. In particular, the types of facilities re-
viewed are (1) rocket engines, (2) plasma jets, (3) shock tubes, (4) hydrogen gas accel-
eration, and (5) small projectile accelerators. In addition, flight testing in connection
with particle-impact studies is reviewed briefly,

Rocket-Engine Facilities

Rocket engines provide a stream of high-velocity, high-temperature gas into which
particles may be introduced., High stagnation temperatures, of the order from 3000 R
to 6000 R, are easily obtained through the release of chemical energy within the combus-
tion chamber. Although these temperatures are less, in some cases, than those at the
re-entry condition being simulated, they are sufficient to melt most materials, Exhaust
Mach numbers between 2 and 4 are obtainable at reasonable chamber pressures for sea-
level operation. When compared with the cost of other high-temperature test facilities,
the cost of running tests in a rocket-engine facility is low. After the capabilities of
rocket engines for simulation of the impaction of atmospheric-moisture particles on the
melting surface of a re-entry body are reviewed in general, the use of liquid- and solid-
propellant engines is discussed separately.

Similarity Considerations. Agosta(é) has shown theoretically that, in some cases,
combustion products can be used to simulate pressure ratio across the shock, the ratio
of specific heats, the Mach number, and the Reynolds number in hypersonic flow. Mach
numbers up to 12 are possible in such a facility without condensation of the expanded
working fluid. Of course, the realization of this simulation requires the construction of
a specialized wind tunnel utilizing combustion products as the working fluid, The pres-
ent discussion emphasizes the use of existing rocket-engine facilities, which can be
modified to fit the objectives of a particle-impact study, -
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Although the Mach number in a rocket-engine exhaust at sea level is generally not
so high as those experienced by a missile during re-entry along.a ballistic trajectory, it 1
is sufficiently high to produce a flow about a properly located blunt body that is geomet-
rically similar to that obtained in flight, That is, the flow in the stagnation region of a
properly shaped test specimen can be characterized by the schematic model shown in
Figure 1.

The ratio of specific heats for products of combustion is generally around 1, 3,
Thus, although the Mach number of the gas is less than that being simulated, the shock-
detachment-distance ratio, A/R, may be close to that obtained at higher re-entry Mach
numbers in air. Furthermore, as pointed out in the discussion of similarities, unless
detailed information regarding the shock-layer flow is required, it is necessary only
that the Mach number be significantly greater than 1 for adequate simulation. The Mach
numbers prodiiced by a rocket-engine facility can be considered to be sufficient for
adequate simulation of the flow field around blunt bodies when particle-impact phenomena
are being studied,

The Reynolds number referred to length measured from the stagnation point for
rocket-engine exhaust gases is less in most cases than those expected in re-entry. The
effect of a lower Reynolds number on boundary-layer turbulence is somewhat counter-
balanced by the high level of free-stream turbulence found in a rocket exhaust. How-
ever, the location of the point of transition to turbulent flow in the boundary layer on the
test specimen is generally not the same as that in free flight. Although this is an im-
portant consideration in heat-transfer studies, its effect on particle impacts is con-
sidered to be negligible. The same might be said for the chemical composition of the
exhaust gas. Thus, a reasonable approximation to the aerodynamic conditions in flight
can be obtained in a rocket facility.

It is generally more difficult to simulate the flow field with respect to the particles
in a rocket facility than the flow field with respect to the nose cone. Two primary
reasons for this are that the aerodynamic forces on the particles in the shock layer are
less in the test facility than in flight and that these forces may act for a shorter period
of time. One reason for the forces being less than in flight is that the density of the
shock-layer gas in the test facility is considerably less than that obtained in flight for
altitudes below 40,000 feet. A second factor is that the initial relative velocity between
the particle and the shock-layer gas will usually be less in the rocket-engine facility
than in flight, since rocket-engine exhaust velocities are of the order of 7000 feet per
second at sea level resulting in even slower particle velocities.

As has been mentioned previously, the shock-detachment-distance ratio, A/R,
can be simulated reasonably in a rocket-engine facility; however, the absolute value of
the detachment distance depends on the radius of curvature of the nose of the test speci-
men. If the ratio of the detachment distance to the free-stream gas velocity is con-
sidered as a characteristic time in which aerodynamic forces act on the particle, then
the rocket facility supplies considerably less time for these forces to act than is avail-
able in free flight. This, of course, assumes that the radius of curvature of the nose of
the re-entry vehicle will have to be scaled down in order to allow the placement of
aerodynamically shaped specimens into the rocket exhaust. Because of the smaller
aerodynamic forces and characteristic time in a rocket facility, the impaction efficiency
and the particle impact velocity might be higher than at flight conditions, unless particles
of much smaller mass than those encountered in flight are used in the experiments,
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Energy and momentum considerations, however, require particles of greater mass than
atmospheric particles. -

The deformation of liquid particles in a rocket-engine facility will not be the same
as the deformation of liquid particles in flight., Hence, in addition to the smaller aero-
dynamic forces and shorter characteristic times provided by a rocket engine, considera-
tion must be given to droplet deformations in the combustion chamber and exhaust nozzle,
_Finally, it is not considered to be feasible to use water as a particle material in rocket-
engine tests, because the size and shape of the particles that impact on the test speci-
mens after passage through the engine would be unknown, The scaling of particle de-
formation from one liquid to another is not possible at the present state of the art in the
field of droplet breakup. For analogous reasons, particle evaporation in the shock layer
is not simulated in a rocket exhaust.

When the effect of the high-velocity particles on a melting body is considered, a
rocket-engine facility shows up well. Although impact velocities are not so great as
those that might occur in flight, the particle energy or momentum can be simulated by
adjusting the particle density. Furthermore, the stagnation temperatures and heat
fluxes available in a rocket-engine exhaust jet are sufficient to maintain a reasonable
test-specimen thermal-ablation rate. By controlling the size of the particles used in the
experiment, it is possible to maintain the relationship between particle size and melt-
layer thickness required for simulation. Solid- or liquid-particle impacts might be ob-
tained by varying combustion temperature or particle material, For the same reasons
that hamper simulation of droplet deformation and evaporation in the shock layer, the
cooling effect of water droplets on an ablating nose cone is not simulated adequately in a
rocket-engine test facility.

Liquid-Propellant Rocket-Engine Facilities. One of the advantages of the liquid-
propellant engine over the solid-propellant engine is relative ease of control, Within
certain limits, chamber temperature, chamber pressure, and composition of exhaust
products can be varied. Furthermore, the engine can be turned off at any time by
stopping the flow of one or more of the propellants, In some cases, it might be con-
venient to use one or more gaseous propellants in conjunction with a single liquid
propellant.

&

For the purposes of this study, it is desirable to introduce small particles into
the combustion chamber of the engine and allow the exhaust gases to accelerate the
particles to high velocities, Particles can be introduced into the combustion chamber
by slurrying the particles with one of the liquid propellants. Another means of introduc-
ing particles into the combustion chamber might be with a fluid-bed feeder-.or a vibratory
feeder in a pressurized chamber. Either method would allow close control of the
particle size and concentration in the exhaust stream,

One disadvantage of the liquid-propellant engine for particle-impact studies is that
it is not always possible to obtain a uniform distribution of particles in the exhaust. The

degree of uniformity depends on the injector design and the nozzle expansion angle.

A detailed discussion of the liquid-propellant engine facility used in this program
is presented later in this report.
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Solid-Propellant Rocket-Engine Facilities. The solid-propellant engine offers the
advantage that particles can be mixed and cast directly with the propellants. Thus, the
distribution of particles in the exhaust should be more uniform than in a liquid-propellant
engine, although the nozzle expansion angle will lead to some nonuniformity in the parti-
cle distribution, as is the case for the liquid-propellant engine.

It is common practice to operate solid-propellant engines at up to 2000-psi cham-
ber pressure. This is considerably in excess of the chamber pressures generally used
in liquid-propellant engines, although high chamber pressures are being used for special
applications of liquid-propellant engines, Higher chamber pressures, of course, allow
expansion to higher Mach numbers and exhaust velocities than are generally obtained
from sea-level operation of liquid-propellant engines,

One important disadvantage of using solid-propellant engines for particle-impact
studies is the lack of versatility of these engines. Once the propellant is cast, the com-
bustion characteristics or particle-exposure conditions cannotbe altered. In a program
of this sort, where it may be desirable to change test conditions after observing the re-
sults of a preliminary test, the lack of versatility of the solid-propellant engines on
hand can be a major deterrent to the research.

In the preceding discussion, it was assumed that the propellant combination con-
sidered is clean burning; that is, the combustion products are all gaseous. This assump-
tion is sometimes questionable, especially for propellant combinations that yield high
combustion temperatures, and can lead to uncertainty concerning the nature of the
exhaust gas.

Plasma-Jet Facilities

Plasma-jet facilities are similar in many respects to rocket-engine facilities,
except that the gas is heated to high temperatures by means of a stabilized electric arc,
Thus, electrical energy replaces the chemical energy in a rocket engine, Air may be
used as a working fluid in a plasma jet, allowing duplication of the high-temperature
properties of air behind the bow shock wave on a re-entry body. Temperatures avail-
able in plasma jets are considerably higher than those available from rocket-engine
facilities.

The quantity of electric power required to heat air to high temperatures is quite
high. This high power requirement, plus the fact that power conversion efficiencies
greater than 50 per cent are difficult to attain, usually leads to the use of low-weight
flows of air, at relatively low pressures, in a plasma-jet facility. For example, the
electrical power required to heat 1 pound per second of air at 20 atmospheres to about
13,000 R (7200 K) is roughly 16,800 kilowatts, assuming an energy conversion effi-
ciency of 50 per cent. This corresponds to a nozzle outlet area of approximately 4
square inches,

The high-temperature air produced by the plasma jet is generally not expanded to

Mach numbers as high as those attained in a rocket motor, although it is certainly pos-
sible to attain high Mach numbers through the use of high chamber pressures.
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It is considered to be feasible to introduce particles into a plasma jet. This tech-
nique is now being used in the formation of coatings using a plasma jet. However, a
developmeént program is needed to determine the effect of the particle injection on the
plasma-jet operation. One problem that will be encountered is that any particle ma-
terial that might be considered could be vaporized at the higher plasma temperatures,
and it might prove difficult to determine the amount of particle material lost during
passage through the device. Lowering the plasma temperature to minimize particle
degradation in effect compromises the advantage of a plasma-jet facility over a rocket-
engine facility.

Although the plasma jet can produce heat-transfer rates to test specimens com-
parable to low-altitude re-entry conditions if a high gas density can be attained, this
probably is not of primary importance to the simulation of particle-impact effects, The
advantage of a plasma jet over a rocket engine lies in the simulation of the thermo-
dynamic properties of the shock-layer air, However, as was pointed out previously,
these are not the most important considerations in the simulation of particle impacts on
ablating re-entry bodies

Shock-Tube Facilities

The shock tube, like the plasma jet, is capable of producing high temperatures in
air, comparable to those encountered during atmospheric re-entry., The shock tube
uses shock-wave phenomena to obtain high temperatures. By combining the shock tube
with an expansion nozzle, hypersonic Mach numbers and high stagnation temperatures
can be attained in a test section. Nagamatsu, Geiger, and Sheer(7) recently presented
a detailed discussion on a device of this type and some of the experimental results ob-
tained with it. -

The difficulty in the use of this device is that test times are only of the order of
milliseconds, and such short testing times are not considered to be useful in a study of
material response to its environment. Thus, even if it were proved possible to intro-
duce particles into the device, the advantages accruing from the use of the device
would not be considered worth the efforts involved. It should be noted, however, that
this type of device is considered to be extremely useful to studies of the flow around
bodies at hypersonic Mach numbers, and the effects produced on a droplet as it passes
through a shock wave, '

Hydrogen Accelerator

A means of obtaining high-velocity particles in a controllable manner has been
suggested recently at Battelle, whereby velocities of from 4000 to 15,000 feet per
second can be attained by the expansion of hydrogen, The accelerator would be essen-
tially a blowdown device utilizing the low molecular weight of hydrogen to obtain high
gas velocities using reasonable stagnation pressures. Particles would be injected into
the high-pressure gas and then be accelerated by the gas to high velocities,

The simplest such device would be a tube with a diverging nozzle attached to its
downstream end. Blowdown would be to atmospheric pressure, and gaseous hydrogen
would be supplied by a bank of gas cylinders. Particles might be fed into the tube by a
fluid-bed feeder or by a vibratory feeder in a pressurized chamber. Stagnation
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pressures of around 1500 psi appear to be practical in this device. To improve the per-
formance of the device, the hydrogen could be heated either electrically or by burning a
small fraction of the hydrogen with gaseous oxygen., Preliminary calculations based on
electric heating to a stagnation temperature of 1500 R show that a velocity of 13,600 feet
per second is possible, If the gas is heated to a stagnation temperature of 2000 R, then
a velocity of 15,700 feet per second is possible. . The electric-power requirements de-
pend on the gas flow contemplated. A 1/2-square-inch throat would allow a 4-square-
inch exhaust area, which is more.than enough for model tests,

Although high temperatures were not required for the original use contemplated
for the hydrogen accelerator, they are required for the present study. By using a low-
melting-point model material, a melting surface can be obtained, However, as pointed
out in previous sections, it is desirable to study particle impacts on the same material
as that being used for thermal protection of re-entry vehicles. Electrically heating the
hydrogen to temperatures greater than 2000 R leads to heater and power consumption
problems. If the heating were done by combustion, the molecular weight of the combus-
tion products would increase to decrease the exhaust velocity eventually as temperatures
greater than 2000 R are obtained. Although a hydrogen accelerator is probably not
applicable to the present investigation, it might be worth considering for future studies,

Small Projectile Accelerators

All of the devices considered above have utilized a stationary test specimen and
relied on acceleration of the particles to achieve high relative velocities between the
particle and the gas. Furthermore, the high stagnation temperatures required for this
study are attainable in those devices by raising the energy level of the working gas, using
either electrical or chemical energy. The device to be discussed in this section is
based on the opposite philosophy, that is, the acceleration of the test specimen to high
velocities. High stagnation temperatures are obtained from aerodynamic heating if the
specimen velocity is sufficiently high, The philosophy behind this sort of test facility is
somewhat similar to that behind actual flight testing, However, the specimen size and
the flight range are scaled down considerably.

A facility of this type has been described by McDonough and Hegge(s). In their
facility, small specimens are fired from a gun aimed down a short range, and particles
are dropped into the path of the spin-stabilized projectiles by means of a hopper. The
projectiles are subsequently recovered for examination. Velocities up to 7000 feet per
second can be attained in this facility, However, specimen recovery is a major problem.
McDonough(9) has recently shown that high-velocity projectiles can be recovered over a
short range by using mild soap flakes to stop the projectile,

The high projectile velocities lead to high temperatures, although they are avail-
able only for a short period of time. Thus, specimen melting probably never reaches
any reasonable rate during the test. The particle impacts also occur for only a short
period of time. Finally, in order to achieve these high velocities, the nose-cone speci-
mens have to be scaled down by large factors,

The use of this type of test facility can be expected to yield interesting qualitative

information regarding high-velocity particle impacts on melting bodies. It is not
recommended, however, for the quantitative data required in the present program.
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Flight Testing

The flight test represents the most sophisticated of all the various types of tests
that might be considered. It is only in full-scale flight testing, for example, that per-
fect similarity can exist between model and prototype. The major problem involved in
the extensive use of flight testing is the cost per test,

There are several types of flight tests, however, that are less costly than full-
scale missile tests and yet that might yield important information on the effects of
atmospheric-moisture particles on an ablating re-entry body. These flight tests de-
pend on the use of smaller, less costly vehicles than ballistic missiles. Both ground-
launched and aircraft-launched vehicles could be considered for small-scale flight-test
use.

The Jupiter-C and X-17 vehicles have been used successfully in the past for initial
flight tests. A still smaller vehicle, such as the six-stage vehicle developed by NASA
for Wallops Island firings(lo), might be considered for studies of atmospheric-moisture-
particle impacts on ablating re-entry bodies. The primary concern in the choice of a
test vehicle should be the ability of the vehicle to achieve sufficiently high velocities
that ablation occurs. Suitable calculations can be made to scale the results of such tests
up to full-scale nose cones. Depending on the versatility of the test vehicle, various
re-entry trajectories can be studied under a variety of atmospheric conditions.

Another type of flight-test vehicle that might be considered for studies of particle
impacts on melting aerodynamic bodies is a modified small air-to-air missile. It is
felt that the required velocities can be achieved with air-to-air vehicles by suitable
choice of first-stage and sustainer motors, and also by keeping payload weight to a
minimum. Actually, if recovery of the vehicle is planned, the instrumentation required
in the model nose cone can be kept to a minimum. If the vehicle can be tracked
accurately over a short range, the recovery equipment might also be minimized. As
vehicle recovery would represent a major problem to this type of testing, this subject
would require close scrutiny if such tests were undertaken, A study of methods of
measuring ablation rate during flight and then telemetering these data could also be
undertaken. If a method of obtaining this information from telemetered data is de-
veloped, then recovery requirements could be eased.

Flight tests were not considered for the present program. However, if the effect
of atmospheric-particle impacts on re-entry bodies is considered to be of importance to
the design of thermal protection systems, then the eventual use of some type of a flight'
test will probably be warranted,

The 3.5 AHT Facility

After a survey of possible test facilities, it was concluded that an existing ABMA
facility should be utilized for the experimental program. This facility, the 3.5 AHT
rocket engine, burns kerosene and hydrogen peroxide, and provides a high-temperature
high-velocity stream of gas that can be used to heat aerodynamically shaped test speci-
mens. In addition, particulate matter can be fed into the combustion chamber in the
form of a kerosene slurry, resulting in an exhaust stream laden with high-velocity
particles of known composition, size, and concentration.
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Fused aluminum oxide particles were used in a large number of the tests in the
3.5 AHT exhaust. Since these particles remain solid during passage through the engine,
they were used to simulate the impacts of solid ice particles. Particles composed of a
low-melting-point glass were used in the remainder of the tests conducted with the 3.5
AHT facility. The glass particles melted in the exhaust jet and thus simulated the im-
pact of liquid droplets.

Specimens are held in the exhaust jet of the 3.5 AHT engine by a remotely con-
trolled, V-shaped model holder. The model holder, which is hydraulically actuated,
allows the exposure of two test specimens during each firing of the -engine. Steel
stingers attached to the specimens are threaded into each of the two arms of the holder.
In the neutral model-holder position, the exhaust gases pass between the two arms of
the V., Each arm of the V is swung into the gas jet to expose the attached test speci-
men for the desired time.

The 3.5 AHT engine is fitted with an injector that was designed for the use of
three separate propellant components, The particle-kerosene slurry is injected along
the axis of the burner through a hole in the center of the injector. Additional clear
kerosene is injected radially. This clear kerosene is mixed with decomposed hydrogen
peroxide which has been passed through a catalyst bed located upstream of the fuel
injector. With operation at 350-psi chamber pressure, the gas stream expands smoothly
to the exit of the nozzle, there reaching sea-level pressure with an exhaust Mach num-
ber of 2.65, The area of the nozzle exit is 3, 48 square inches, and the nozzle has a
divergence angle of 15 degrees,

In order to determine the performance of the 3.5 AHT engine with the special in-
jector, it was necessary to operate the engine for several calibration firings. It was
hypothesized that the slurried fuel injected into the chamber does not burn, and the fuel
injected radially burns with an efficiency of 95 per cent. Combustion temperatures cal-
culated on this basis agree with experimental data obtained during the 3.5 AHT calibra-
tion firings. The calibration firings showed that reliable operation at combustion tem-
peratures around 3800 R was practical when small particles were slurried in the fuel on
a 1:1 weight basis. This combustion temperature is sufficient to cause ablation of
Micarta 259-2. The particles used in the calibration firings constituted a maximum of
5 per cent of the total weight of the exhaust products. A discussion of the analysis and
calibration of the 3.5 AHT engine is presented as Appendix A to this report.

In addition to the performance studies discussed in Appendix A, photographs taken
during calibration firings were used to determine the shock pattern in the 3.5 AHT ex-
haust jet. The usual diamond shock pattern found in supersonic free jets results in sub-
sonic regions exterior to the diamonds and supersonic regions interior to the diamonds.
It was desired, of course, to locate the test specimens in a reasonably uniform super-
sonic gas stream in order to simulate the flow field with respect to a free-flight nose
cone, It may be recalled from the general discussion of rocket-engine facilities earlier
in this report that adequate simulation of the flow field with respect to the nose-cone
specimen is achieved in the supersonic rocket-engine exhaust. This uniform supersonic
gas stream is most closely approximated at the center of a shock diamond. Thus, after
observing the photographs, it was decided to place the test specimens 6 inches down-
stream of the nozzle exit, which corresponded to the center of the first full shock
diamond.

-
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A combustion temperature of 3800 R and a chamber pressure of 350 psi result in
an exhaust velocity of about 6700 feet per second, This represents the maximum
particle velocity attainable in the exhaust of the 3.5 AHT engine. An analysis of the
acceleration of small particles in a rocket exhaust is presented as Appendix B, Numeri-
cal results for the 3.5 AHT engine are shown in Appendix B, for particles with a density
of 4 g/cc. This density corresponds to aluminum oxide, which, as was previously men-
tioned, is sufficiently refractory to withstand the 3.5 AHT combustion-chamber tempera-
ture. Furthermore, the particle density is sufficiently high to allow reasonable simula-
tion of atmospheric-particle energies relative to a re-entry body even though the particle
velocity is less than the velocity of the re-entry body.

Figure 2 shows the calculated particle kinetic energy at the specimen location in
the 3.5 AHT engine exhaust as a function of particle size for aluminum oxide, - The
energies shown on the figure were computed on the basis of the particle velocities ob-
tained in Appendix B. The kinetic energy of water droplets relative to the re-entry
body is expected to vary roughly from 10-6 to 3 x 10-4 ft-1b, Therefore, it is evident
that the particle kinetic energies at the specimen location in the 3.5 AHT engine are of
the same order of magnitude as those expected in flight if the particles used in the test
are aluminum oxide between 16 and 88 microns in diameter.

Figure 3 shows the calculated particle momentum at the specimen location in the
3.5 AHT exhaust jet. The particle momentums shown in the figure were computed on
the basis of the particle velocities obtained in Appendix B. The momentum of
atmospheric-moisture particles relative to free-flight missiles ranges roughly from
10-9 to 3 x 10-7 lb-sec and are thus of the same order as those obtained by aluminum
oxide particles in the 3.5 AHT exhaust.

As has been mentioned earlier in this report, it is not possible to simulate the
motion of atmospheric particles in the shock layer, the deformation of droplets in the
shock layer, or the evaporation rate of droplets in the shock layer in a rocket-engine
facility when the particles used in the tests are denser than atmospheric-moisture
particles. However, it is necessary to determine the impaction efficiencies for the
particles used in the 3.5 AHT tests. This is done as described in Appendix C to this
report. The particle velocities used in Appendix C are those obtained in Appendix B,
Because of the use of simplifying assumptions, which all lead to particle deflections
greater than actually occur, the impaction efficiencies found in Appendix C are minimum
possible values. It is concluded, on the basis of the numerical results presented in
Appendix C, that the impaction efficiency for aluminum oxide particles in the 3.5 AHT
exhaust will always be close to 100 per cent, and may be taken to be 100 per cent in the
analysis of the test results,

The aerodynamic forces acting on the melt layer will be less in the 3.5 AHT tests
than in flight at altitudes less than 40,000 feet, where clouds are commonly expected,
This is because the stagnation density of the gases in the shock layer in front of the test
specimens is approximately 2.3 slugs/cu ft, whereas densities ranging from roughly
5to 11 slugs/cu ft can be expected along a re-entry trajectory below the 40, 000-foot
altitude. Similarly, the stagnation pressure behind the bow shock wave in the 3.5 AHT
tests is roughly 8 atmospheres, whereas stagnation pressures from 6 to 65 atmospheres
can be expected during re-entry at altitudes less than 40,000 feet. Although smaller
aerodynamic forces on the specimen surface can lead to relatively thick melt layers in
the tests, this is compensated for by a lower thermal ablation rate than is attained
in flight, This is discussed in detail later in this report when a melt-thickness
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scale factor between test and flight is developed. It turns out that the 3,5 AHT facility
adequately simulates the melt thickness on Micarta 259-2 that might be expected in

flight.
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EXPERIMENTAL PHASE OF RESEARCH

Tests were conducted in the ABMA 3.5 AHT facility in order to determine the
effects produced by high-velocity particle impacts on melting aerodynamic bodies.
Following these tests, the test specimens and data were analyzed extensively. Although
the major emphasis during the program was on Micarta 259-2, other materials were
studied in order to obtain qualitative information on the effects of various material
properties.

All of the specimens used in the test program had cylindrical bodies with a 2-inch-
diameter. The exposed end of the specimen was spherical with a 2, 6-inch radius; the
other end had a hole to receive the stinger used to attach the specimen to the model
holder. This type of specimen presents a reasonably large surface area that can be
considered typical of a stagnation region of an actual nose cone, The specimen also
permits reasonable simulation of the flow field about the free-flight nose cone,

The exposure conditions used are reviewed, and then the data obtained from the

tests are presented, The data presentation is followed by a discussion of the observa-
tions made of the test specimens and a quantitative analysis of the test results, X

Exposure Conditions \

It was shown during the calibration firings that the effect of particles as a heat
sink in the 3.5 AHT combustion chamber was negligible in comparison with the effect
produced by unburned kerosene., It was decided, therefore, to make all firings with a
stoichiometric pilot flame and with a constant quantity of fuel injected in the slurry,
That is, the over-all mixture ratio was held constant at approximately 5,5:1, and the
flow rate of particles was varied by changing the concentration of oxide in the slurry,
This led to the combustion temperature and chamber pressure being approximately con-
stant at 3800 R and 350 psi, respectively, throughout all of the specimen firings. Thus,
the heat flux to the specimen was expected to remain approximately constant. This heat
flux was computed to be roughly 3 Btu/sec-sq in,

Clear kerosene was used instead of the particle-kerosene slurry for control
firings with Micarta 259-2 and the other materials tested. These control firings were
used to determine the ablation rates of the specimens and the general response of the
material when exposed to the thermal environment produced by the 3.5 AHT engine in
the absence of particles,

A particle concentration of 5 per cent by weight of the total flow was the maximum
practical commensurate with a high combustion temperature, A particle concentration
greater than 5 per cent by weight would have necessitated a slurry thickness greater
than 1 pound of particles per pound of fuel. Prior to the calibration runs, it had been
found that 1:1 was the maximum slurry concentration that could be used for the largest
particles being considered and still allow flow without severe deposition or erosion in
the slurry-handling equipment. An increase in the kerosene flow through the central
slurry injection hole results in a decrease in the flame temperature. This limitation of
the 3.5 AHT facility was established prior to the firings. It is a limitation inherent to
any combustion device, although the maximum permissible particle concentration might
vary with propellants and injector design.
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Two series of tests were conducted under this program using the 3,5 AHT fa.cility.
During the first series of tests, only Micarta 259-2 test specimens were used, Particle
concentrations of 0.625 per cent and 5 per cent by weight were used., The factor of eight
between these two concentrations permitted a determination of whether or not particle
concentration produces a linear variation in the ablation rate resulting from particle

impact,

The particles used in the first series of tests were fused aluminum oxide in three
size groups: 500 grit (16, 4-micron diameter average), 280 grit (52. 2-micron diameter
average}, and 220 grit (87.8-micron diameter average). The density of alumina is
roughly 4 g/cc, and, as shown in Figure 2, by using this size range, the impact energies
obtainable in the 3.5 AHT facility are comparable to those that might be expected in flight,
This size range is also comparable to the range of sizes that might be expected for
atmospheric-moisture particles,

Figure 4 shows 100X photographs of a sample of each of the three grit sizes used
in the first series of tests, The particles are crystalline and roughly approximate
spheres, It is considered that these particles adequately simulate the dense type of
atmospheric ice particles, as they impact onto a melting body.

As a part of the second series of tests, the range of the experimental data was ex-
tended to smaller sized particles. Thus, 1000-grit aluminum oxide particles, which have
an average size of 6 microns, were used in the slurry for several of the tests in the
second series. As the range of oxide-particle concentration in the gas stream was ex-
tremely large in the first series of tests, the second series also included an inter-
mediate concentration of particles, namely, 1-1/2 per cent by weight of the total exhaust
stream.,

The alumina adequately simulates ice-particle impaction, but the question re-
mained as to whether it also simulates water-droplet impacts. ~lecarder to answer this
question, a low-melting-point glass powder was used as the particle material during
several of the tests in the second series,

The glass, a sodium-potassium-lead glass (light flint glass), had a specific
gravity of 3, and was ground to a fine powder. The final product obtained was sorted
into two size classifications by water sedimentation techniques, The average particle
sizes in these two classifications were 7.6 and 14, 1 microns, respectively. Both of
these sizes of powdered glass were used in test firings with Micarta specimens and
concentrations of 0.625 per cent and 1-1/2 per cent,

It was desirable to determine qualitatively the effects of several properties of the
nose-cone material on the particle-impact phenomenon during the second series of tests.
As a contrast to the Micarta, it was decided to utilize a homogeneous material that
fails in a manner different from the Micarta failure, bearing in mind that the Micarta
both forms a liquid melt and discharges gas into the boundary layer. Two ceramic
materials were chosen to provide this contrast.

One of these materials is a silica-bonded silica developed by the Georgia Institute
of Technology. It was believed that this material would be heated to its plastic point in
the 3.5 AHT environment but would not melt. Thus, the particles would impact
directly onto a solid surface. A disadvantage of using this material was the unknown
response of a deforming surface to impact. A number of specimens made from this
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material were supplied by the Georgia Institute of Technology. These specimens were
exposed to a control condition, 500-grit alumina at 0. 625.per cent concentration, and
also 280-grit alumina at 0.625 per cent concentration.

The second material that was tested consists of calcium aluminate bonded with
calcium aluminate cement. The calcium aluminate aggregate was fired and finely
ground, and all moisture was removed. The resulting material, after being ground,
was bonded with calcium aluminate cement. Chemically the mixture is 80 per cent
alumina, Al203, and 20 per cent calcia, CaO, whereas physically it consists of 50 per
cent free alumina, the remaining alumina having combined chemically with the CaO.
The material was made at Battelle specifically for the purpose of this program,

The calcium aluminate mix was intended to melt in the 3.5 AHT exhaust jet without
the discharge of any gas into the boundary layer. Although composed of an aggregate
and a binder-like concrete, the resultant material is effectively homogeneous, both
constituents being the same.

As this material had never been exposed in a rocket-engine exhaust, it was neces-
sary to conduct a preliminary test to determine whether the material actually did melt
and also whether the material was desirable for testing from the viewpoints of thermal
shock and mechanical properties, This preliminary test was conducted using the 3.5
HT facility at ABMA. This facility is identical to the 3.5 AHT except that the 3,5 HT
injector is not equipped for the injection of a particle-laden slurry. The test was con-
ducted at a combustion-chamber pressure of 253 psig, burning 9.86 pounds of peroxide
per pound of kerosene. The exposure time was 5 seconds and the weight loss was 8.3
grams. The surface eroded smoothly, but radial cracks did develop along the cylindri-
cal portion of the specimen in the region of the attachment stinger. These cracks did
not reach the spherical nose of the specimen. The cracks were not considered to be a
detriment to the present work, as they did not lead to material loss. As a result of
this preliminary exposure, it was decided to include the material in the second series
of tests, where the material was exposed to 0, 625 and 5 per cent concentrations of
280- and 500-grit aluminum oxide,

An additional material that was studied in the second series of tests was Battelle
Mix 785, which is a ceramic developed under Contract DA-01-021-ORD-4961 for ABMA.
Four test specimens were made from this material using the same molds as were used
to cast the calcium aluminate specimens., These specimens were fired in two tests,
using the condition of no particles in the exhaust and the condition of a 1.5 per cent con-
centration of the 500-grit aluminum oxide particles,

Observed Erosion Data

Upon completion of the particle-impact tests in the 3.5 AHT facility, the nose-
cone specimens were analyzed at the Battelle laboratories, The first step in this
analysis was the accurate measurement of material loss, from which ablation rates
were calculated. Three different calculations of ablation rates were used for specimens
fired in the first series of tests: (1) linear displacement of material or depth of pene-
tration, (2) volume loss of material, and (3) mass loss of material, Only the latter
measurement was considered necessary for specimens fired in the second test series.
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Figure 5 shows the variation of ablation rate at a radial distance of 0, 505 inch
from the stagnation point of the Micarta specimens exposed during the first series of
tests, Point A corresponds to the top of the specimen, and Point C to the bottom, with
respect to the manner in which they were mounted during firing. The similarity of the
profiles leads to the observation that the profiles reflect the temperature and particle
distribution in the exhaust jet. On the basis of the appearance of specimens fired with-
out particles, it is suspected that the patterns result from the particle distribution,
This effect is very striking when the specimens are paired and observed visually,

Figure 6 shows photographs of several typical pairs of Micarta test specimens,
Each specimen shown was exposed during the same firing of the 3.5 AHT engine as the
other specimen shown with it. There seems to be a particle-size effect in that the
specimens fired with the larger particles tended to have craters in the center, That is
the stream of larger particles did not expand to the full width of the gas jet., Thus, the
concentration was higher at the center than at the edges of the gas jet. The crater in
the specimens fired with a 5 per cent concentration of 220-grit particles was roughly
1-1/4 inches in diameter, which is only slightly larger than the nozzle-throat diameter
of 1,064 inches, indicating only slight dispersion of these large particles,

H

Because of the nonuniformities in ablation presumably resulting from the jet non-
uniformities, it appeared that measurements of volume or weight loss would be more
indicative of the over-all ablation than linear displacement measurements. The volume-
or weight-loss measurements average the ablation and tend to cancel the effects of jet
nonuniformities. Because the specimens were almost the diameter of the jet, these
measurements probably account for dispersion of the particles satisfactorily,

Table 1 shows the results of the nose-cone-specimen tests conducted under this
program. The ablation rates shown in the table are based on weight-loss measurements,
One important observation based on Table 1 is that erosion due to particles formed a
large part of the material removed, emphasizing the possibility of missile defenses based
on the impact of small particles, Erosion rates increased by as much as a factor of 17 in:
some instances.

As is indicated in Table 1, the thermal ablation rates found in the control firing of
Micarta test specimens were 1.5 grams per second in the first series of tests and 1
gram per second in the second series. The reasons for this disparity are not imme-
diately apparent. Propellant flow rates were presumably the same in both series of
tests, although the chamber pressure was generally slightly less in the second series
of tests than in the first, There were also minor differences in the injector. This
disparity in thermal ablation rates may be the result of a decreased chamber tempera-
ture and a small difference in the distance between the nozzle exit and the specimen,
However, the disparity in ablation rates does not cause any difficulty in the data evalua-
tion because each series of tests is consistent within itself. Furthermore, the decrease
in the thermal ablation rate found in the second series of tests affords a fine oppor-
tunity to determine the effect of thermal ablation rate on particle erosion.

The results obtained for each of the specimen materials tested is discussed
separately from the viewpoint of Table 1 and visual observations of the fired specimens.
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Micarta Test Specimens

Micarta 259-2 is the material that was tested most extensively under this program,
as it is considered to be typical of the thermal shield materials used on some re-entry
vehicles. Hence, the analysis of the test results for Micarta was more extensive than
for the ceramic materials. The ceramic materials were qualitatively compared with

Micarta to determine the effect of material properties on the response of the specimens

to particle impact, The discussion in this section will be concerned with a detailed
analysis of the Micarta specimens and data that was carried out during this program.

Thermal ablation of Micarta in the 3.5 AHT exhaust took place as a result of the
glass laminates melting and the melamine resin filler decomposing. The melting glass
resulted in the generation of a thin layer of flowing molten glass on the surface of the
specimen, whereas the thermal decomposition of the plastic filler resulted in the blowing
of gaseous decomposition products through this molten glass and into the gaseous
boundary layer. ;

A microscope analysis of the test specimens was carried out, The specimens were
first studied under a binocular microscope using powers of magnification from 2 to 150
diameters. Comparisons were made between specimens fired without particles and
specimens fired with particles. Particles could not be found in the specimens exposed
in the 3.5 AHT facility by this type of examination. The solidified melt was observed
to become more dense as the particle exposure becomes more severe. Some unmelted
glass fibers could be seen in the melt layer on specimens exposed to particle impact;
this was not observed on control specimens.

Samples were scraped from the melted layers of representative specimens and
analyzed microscopically, Such examination of samples from the specimens impacted
by aluminum oxide particles showed aluminum oxide was present in the melt as
discrete particles, The index of refraction of the melt was affected only slightly by
the presence of the oxide., In addition, the size of the alumina particles found in the
samples was measured, and it was found that the average size of these particles was
less than the original size by 35 to 50 per cent. Cracks were also noticed in these
alumina particles. The inferences to be drawn from these observations are that (1) the
alumina did not melt in the rocket engine and (2) many of the particles fracture on
impact. Thus, it is felt that solid-ice particle impacts were adequately simulated by
alumina in the 3.5 AHT facility.

Microscope examination of samples taken from the melt layer on Micarta speci-
mens impacted by the low-melting-point glass particles in the 3.5 AHT facility showed
that particle melting had occurred prior to impact on the test specimens during the
tests. It is to be recalled that liquid-particle impacts were desired, to provide simula-
tion of liquid-water impact, The reason for believing that the glass particles impinged
on the test specimens while in the liquid state is that the microscope examination indi-
cated an intimate mixing of the glass from the Micarta and the glass pawticles, If the
particles had struck the surface as a solid, then the last particles to impact as the
specimen was removed from the test would be found in discrete particles. The melt
layer on the test specimens impacted by glass particles had indices of refraction that
were consistently less than either the index of refraction of the glass particles prior to
the tests or the index of refraction of the melt on a Micarta test specimen that was not
exposed to particle impact, The decreased index of refraction is believed to be the re-
sult of some volatilization of the lead and boron constituents of the mixed glasses,
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In addition, observations of cross sections of the melt on several Micarta speci-
mens were made. The cross sections were obtained by cutlting the specimens with a
diamond saw, Melt thicknesses were found to be generally of the order of 70 microns,
A charred layer was beneath the melt; its thickness was 3 to 5 times the melt thickness,
and generally greater on specimens that were hit with particles., The particles might
carry energy more deeply into the body than normal thermal conduction, Microscope
examination of samples scraped from the charred layer showed the presence of alumi-
num oxide particles in the charred layer of those specimens that were impacted on by
aluminum oxide particles. '

Figure 7 shows 30X photographs of the cross section through two typical test
specimens, The melt layer on the specimen exposecd to particle impact is considerably
more nonuniform than the one on the specimen not exposed to particles, This is
believed to have occurred during cooling, The melt is probably relatively uniform in
thickness during the test; however, the melt layer on the specimen exposed to particles
is probably thicker than on the control specimen during exposure. Several unmelted
glass fibers can be seen on the specimen that was exposed to the particle-laden gas
stream.

Figure 8 shows the fractional increase in ablation rate due to particle impacts as
a function of particle diameter for the Micarta test specimens hit by aluminum oxide
particles., The additional erosion resulting from particle impacts is seen to increase
in a nonlinear manner with both increasing particle size and increasing particle con-
centration, Figure B-1 in Appendix B shows that the absolute particle velocity de-
creases with increasing particle size. Therelore, the total energy and momentum
transport for a fixed weight concentration of particles decreases with increasing particle
size. Thus, at first glance, an increase in the particle size with a fixed weight con-
centration of particles would not be expected to cause an increase in ablation rate,
Figure 8, however, shows that an increase in ablation rate was obtained with the larger
particle sizes, This cannot be explained on the basis of increasing impaction efficiency
with increasing particle size, because, as is shown in Appendix C, the impaction
efficiency in these tests was close to 100 per cent. Extremely large variations in im-
paction efficiency would be required to explain the results shown in Figure 8.

The cause of the nonlinear variation of the ablation rate with concentration also
was not immediately apparent, as both particle energy and momentum transport vary
in a linear manner with particle concentration. These data are discussed further in the
next section,

Correlation of Data for Micarta Specimens

A melt-protection mechanism is proposed to explain the results presented in the
preceding section for Micarta, In some respects, the proposed protection mechanism
is similar to the protection mechanism for thermal ablation. According to the proposed
mechanism, an increase in the ablation rate resulting from particle impact results in a
thicker melt layer. This thicker melt layer offers resistance to the particle and de-
celerates it, thus decreasing the impact energy and momentum of the particle as it
strikes the solid underlying surface. A correlating equation based on this mechanism
has been developed.
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FIGURE 7.
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LAYER ON MICARTA SPECIMENS
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During the course of analysis based on the melt-protection mechanism, it was
found that the particle kinetic energy that is not dissipated in the liquid-melt layer may
be accounted for if it is assumed that a fraction of this energy is used to decompose the
melamine plastic filler in the Micarta. The decomposition of the plastic results in the
evolution of a large quantity of gas; this gas has an effect on the thermal flux into the
body. The energy required.of the particles is only that necessary to start the melamine
decomposition, because the decomposition itself is exothermic. The fraction of the im-
pact energy that is transferred to the melt depends on the probability of a particle strik-
ing the melamine plastic filler. This means of accounting for particle energy can be
checked, because the energy dissipated in the melt layer can be computed independent of
any particular Micarta failure assumption, This check was actually carried out during
this program.

After passing through the melt layer, the energy of the particle is not sufficient to
melt all of the glass-fiber material that is eroded from the surface of the specimen.
The microscope observation disclosed the presence of unmelted glass fibers in the melt,
The quantity of unmelted glass found in the melt region generally increased as the
severity of particle erosion increased, This observation.supports the theory that thew
particles break down or decompose the melamine. Additional support comes from the
observation that the layer of charred plastic on fired test specimens generally was
thicker when the specimen was hit by particles, The particles might extend the decom-
position of melamine to greater depths than would ordinarily be accounted for by heat
transfer. '

The system to be analyzed is characterized schematically in Figure 1,
The total ablation rate, r.n, is given by
m =m) - Mgtored - (6)

A quasi-static state is assumed; that is, the melt thickness is assumed not to be
a function of time. The origin of the coordinate system is assumed to be on the solid
surface, and thus recedes with the surface during ablation. For the quasi-static state,
the simplification

'

Mstored = 0

may be applied to the ablating system. Therefore, for the quasi-static state:
M =g

It is now assumed that r'nl may be divided into two components, a mass loss due
to particle erosion, and a mass loss due to thermal failure of material. Therefore,

On the basis of the assumed failure mechanism for the reinforced plastic, the
following energy balance may be written

Himp = F (KE)impact ’
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where F, the fraction of the particle impact kinetic energy transmitted to the plastic
filler, may be taken as the volume fraction of plastic material in the composite rein-
forced plastic. Thus, F essentially is the probability of an impacting particle dixectly
impinging on the plastic, as opposed to the glass filaments.

The energy balance may be rewritten as

: w
Him, = 1/2 F —2-n v 2 .
gc J
c
Rearrangement yields

C F 2
riy, = Z—ECT nwp Vi< . (8)

The impact velocity at the solid surface must now be found as a function of the
melt-layer thickness, 6, and the initial particle velocity, Vj. It is assumed that the
particle passes through the melt layer before the cavity it forms as a wake has time to
close. This assumption is consistent with the order of magnitude of the melt thickness
observed during the microscope analysis of Micarta test specimens. The particle
velocity, V, is assumed to be normal to the surface of the body and not to vary with
distance from the stagnation point. Newton's law,

d
F‘p = FTY (mpV) s

becomes, for this case of cavity flow,

o H o e — ) 5

V — = — —=
dy 4 pp dp '’
o ml
dav 3 dy
S T (10)
A% 4 pp dp
Integration of Equation(10)from Vj to V¢ and from y = 6 to y = 0 yields
V¢ -3 p1, 6/4dep
L .. (11)
v
The value of V; will be taken in most ca.. = as the free-stream velocity of the particle -

relative to the body. The expression for the matcrial loss due to particle impact may
now be written as
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thy = —% wp Vi e-3pL6/2ppdp (12)
P* Zzgogm VP : ’
and the total ablation rate is
-3pp,06/2p,d
. P p .
m = S 2 nw, V:“ e tmep . (13)

2g. JHf p !

Expressions relating the melt thickness, 52 and also my; to known parameters
are still required. The thermal material loss, mp, will be considered first. Because
there is an interaction between the particle impacts and thermal effects, r}‘th is not
equal to m,. It is now assumed that mgp i§ equal to the ablation rate obtained when no
particles are present in the free stream, mg minus the mass that would have been
ablated by the energy used up in heating to the mean boundary-layer temperature the
gases resulting from additional decomposition of the plastic. Thus, an interaction
between particle and thermal effects is considered. The effect of these additional
gases on the boundary-layer thickness is not considered, The interaction may be ex-
pressed approximately as P

my, = mg - 0.6 (Te - Tg) cpf mp/He (14)
where the 0, 6 factor arises from Prandtl number effects in the boundary layer. Substi-

tution of Equation (12) into Equation {14), algebraic manipulation, and finally substitu-
tion into Equation (13) yields

. 0.6 (Tg - Tg) feg 7 F , “3epéliegdy
m-mo=[l- _| T]pri e ) . (15)
He 2 gc J Hf

The only term now remaining to be evaluated in Equation (15) is the average
liquid-melt thickness, 6. It will be assumed that all of the gas generated during the
ablation process leaves the melt by flowing in the y-~direction, and all of the liquid and
solid in the melt flow in the x-direction. Furthermore, the flow in the melt is assumed
to be one-dimensional, The use of a one-dimensional approximation of the continuity
equation yields a relation for & in terms of &g that is in agreement with the more exact
form of the continuity equation used later in this report for the determination of & at
flight conditions; the difference is in a term that brings in angular position, The one-
dimensional approximation allows a simple closed-form solution that is useful in the
expression for m. The fact that the one-dimensional equation is used at this point does
not affect the final result, because the ratio 6/d, is sought. The total ablation rate may
be expressed as

r'n = L1, l_lLé + f r;'l N
which, after rearrangement, yields
m (1l - f) = pp, upd , (16)

where the barred value represents an average over the thickness of the melt,
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The common assumption i8 now adopted that the shear stress is not a function of
the melt thickness and would be the same if the melt were not present,

This implies a
linear velocity gradient in the y-direction through the melt. Thus,

T
up, = — (17)
0o
Substitution of Equation (17) into Equation (16) yields
u
(1 -1)=p Lo s2
%o
and solving for & yields =
o (18)
It may be noted that, for the condition of no particles in the free stream,
mg = pL Lo 0o 1 mg
which may be solved for pp. l—.lLo to yield
- mg (1 - f)
PLYLo = —
%%
This ma.'y.' now be substituted in Equation (18) to yield
m
b=ty ) (19)
o P_—

An expression has now been obtained for the melt-layer thickness that may be
substituted into Equation (15) to yield the final result

m
o 0.6(Te- Tr) fc . ~30p 6 /,_/;_F d
m'm0=[l' ° £ g T,priZe my PP . (20)

He -~ 2 2¢g. JHE

This equation may also be expressed in log form as

2 gc J Hf (m - mg) .
In =-3p;, 6,/ == 2 ppdp (21)
[1 0.6 (Tg - Tg) fcgy 2 Mo

Fnwy V;
H J P

1
e

Equation (21) implies that a semi-log plot of

< - -1
Mg
nwp Viz
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as a function of

g i - ) 1/2
am) dp )

should correlate the data for Micarta specimens in the 3.5 AHT exhaust jet for one
particle density and for one thermal ablation rate, m The negative of the slope of
the resulting straight line should be the factor

o

pr
3 pL %

Knowing this factor for one particle density and thermal ablation rate should allow the
determination of the factor for other conditions by adjustment of pp for other particle
materials and &, for other thermal ablation rates.

Figure 9 is the semi-log plot just described, All of the data plotted in Figure 9
are for Micarta specimens that were impacted by alumina particles, p_ =4 g/cc, and
rho = 1.5 g/sec, which corresponds to the conditions in the first series of tests, The
impaction efficiency, 75, is taken as unity. The correlation of the data shown in
Figure 9 is considered to be good. A slope of -29.1 microns~! is obtained, which yields
a value of 77.7 micron-g/cc for the product py, 6,. I pj, is taken to be of the order of
unity, then &, becomes 77.7 microns, which agrees with the order of magnitude of the
melt thickness observed on cross sections through Micarta test specimens. As ex-
pected, it is less than the 400 microns mentioned by Sutton(11) for Pyrex glass exposed
in a rocket exhaust, The value of 6, for Micarta in the 3.5 AHT should be less than
that for Pyrex in some other facility because the 3.5 AHT gives relatively low thermal
ablation rates and roughly half of the ablated Micarta enters the melt as a gas, rather
than as a liquid.

The equation used for the correlation of all of the Micarta data is obtained from

rearrangement of Equation (21): 2 -1/2
m
5 2 g. J HE (th - ) > ( O
m - m
PL% . _ia r S 2 = -1n ER . (22)
Pp dp 0.6 (Te - T¢) £ cg 2
1- T Fnw, V;

Equation (22) was checked for all of the Micarta specimen tests conducted in the
3.5 AHT facility, including the tests wherein glass particles were-used. The density of
the glass particles was 3 g/cc, instead of the 4 g/cc for the alumina particles, and the
glass particles struck the specimen surface while in the liquid state,

The value of p[, 5 must be corrected to the thermal ablation rate obtained in the
second series of tests (see p 30). Assuming that the melt density and shear stress were
the same as in the first series, the value of PL, éofor the second series of tests should be
corrected by the square root of the ratio of the new to the old ablation rate, that is, by

1/2 5
( -ﬁ-) , which is 0,816, The value of mg for the second series was taken at the

value found from control firings during those tests,

Figure 10 is a plot of the right-hand side of Equation (22) as a function of the in-
verse of the left-hand side of the equation. The plot is presented on log-log coordinate
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FIGURE 9. CORRELATION OF EROSION DATA FOR MICARTA TEST SPECIMENS
IMPACTED BY ALUMINA PARTICLES AT CONCENTRATIONS OF
0. 625 AND 5 PER CENT AND WITH AVERAGE SIZES OF
16, 52, AND 88 MICRONS
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paper because of the range of p dp/PL 6, that was tested. Had the left-hand side not
been inverted, and had the plot been made on semi-log coordinates, a straight line would
have been obtained that would have passed through unity when pjg, <50/pp dp was zero.
Instead of this happening, however, the inverse plot of ER in Figure 22 approaches unity
asymptotically as pp dp/pL 5o becomes very large. The plot implies that, for a fixed
impact velocity and flow rate of particles, the ablation rate approaches a constant value
as the particle size is increased, This should be expected, because it indicates that the
~ effect of the melt layer on the particle-impact energy becomes very small when the
particles get over some certain size, The variable ER may be interpreted physically

as an energy ratio, being roughly the ratio of particle energy utilized in bringing about
failure of material to the particle energy immediately outside the melt layer,

All of the data obtained for Micarta test specimens in the 3.5 AHT facility were
plotted in Figure 10, The correlation achieved with Equation (22) is considered to be
good. The impaction efficiency was taken as 100 per cent, and the value of Vi was taken
to be the particle velocity at the specimen location, neglecting deceleration in the shock
layer. This is consistent with the results presented in Appendix C,

The results presented in Figure 10 show that the effects of the liquid glass and of
the solid alumina particles'on Micarta are of the same type. That is, it doesn't appear
to make any difference whethe r the particles are liquid or solid when they impact on
melting surfaces with high velocities.

Silica Test Specimens

Three test firings were made using slip-cast silica test specimens fabricated by
the Georgia Institute of Technology. The test conditions and the ablation rates obtained
with these specimens are listed in Table 1. The specimens fired without partic~1es
showed no ablation, only a glazing of the surface. Hairline cracks appeared on the sur-
face of the specimens; the cracks are believed to have formed during cooling.

Figure 1la shows the specimens fired with a 0, 625 per cent concentration of the
500-grit alumina particles, They have deep craters that are elliptical and lie in the
. same relative position on each of two specimens. The specimens are shown in the
figure in the same orientation that they had while exposed in the 3.5 AHT exhaust.
There is a ycllow and gray deposit on the areas of the specimens that do not have
craters. These deposits were studied by microscope and are discussed later in this
section; however, it might be noted at this point that the deposits were found to con-
sist mostly of aluminum oxide crystals., The deposit on the specimens and the results
of tests on the other materials seem to indicate that the particle distribution was not
so nonuniform as might be inferred from just studying these specimens, It is possible
that the silica is more sensitive to the particle distribution than the Micarta.

Figure 11b shows the silica specimens fired with a 0,625 per cent concentration of
280-grit alumina. These specimens also had craters, but no noticeable deposits.
Microscope examinations of the silica test specimens revealed several interesting
points, For instance, the yellow deposit was found to be primarily aluminum oxide, and
the silica glass in the region studied had been molten during the test. Microscope
examination of the gray portion of the deposits similarly showed aluminum oxide and
previously molten silica glass, but also showed from 2 to 5 per cent of mullite phase,
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N59643

a. 500-grit, 0.625 per cent concentration

N59652

b. 280-grit, 0,625 per cent concentration

SILICA TEST SPECIMENS FOLLOWING EXPOSURE TO ALUMINA-
PARTICLE-LADEN 3,5 AHT EXHAUST JET
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which is a chemical combination of silica and alumina (3 Al,03-8i0; ). The low concen-~
tration of mullite found on the specimen and the fact that mullite is usually formed dur-
ing a long-time, high-temperature reaction indicates that chemical attack was nota
significant factor in the failure of the specimen material. Molten silica glass found on
the test specimen substantiates the explanation of the failure of the test specimens
offered below.

It is hypothesized that a thin melt layer was present on the surface of the silica
specimens, The glazed surface on the specimens that were exposed only to the thermal
environment indicates that either melting or a solid -phase change had occurred during
the test. If the glazed surface was not molten, the particle energy may have pre-
cipitated melting on the specimens exposed to the particle-laden stream. The presence
of the thin melt layer on the specimens exposed to particle impact provided some pro-
tection for the surface from the effect of particles. This is the same protection mecha-
nism that is postulated for Micarta test specimens. The quantity of data that are avail-
able for the silica specimens is insufficient to allow detailed analysis such as was
carried out for the Micarta test-specimen results. However, if the melt-layer protec-
tion mechanism is considered to be operative, then the effect of particle size on the
erosion rate should be the same as for Micarta. A comparison may be made, therefore,
between the Micarta specimens tested withtwo sizes of alumina particles at a concen-~
tration of 0,625 per cent and the silica specimens tcsted with the same two sizes of
alumina particles at the same concentration. The ratio of the average ablation rate for
silica specimens with 280-grit particles to that obtained with the 500-grit particles is
2.5, wherecas the corresponding ratio for Micarta is 2,8. The effect of particle sizc on
c¢rosion rate depends con several factors, but the values of the ratios compare well to a
first-order approximation. The high ablation rates found for.silica result from high-
energy particles impacting on the solid body beneath a thin melt layer. The absolute
value of the ablation rates of the silica specimens were roughly twice that obtained for
Micarta at similar firing conditions. This factor of 2 might be decreascd at more
severe thermal conditions as the sitica melt layer becomes thicker,

A larger quantity of melt could be observed in the craters than could be observed
elsewhere on the fused silica specimens. The presumably high rate of melting in the
craters resulted either from a higher heat flux associated with geometric factors or
from additional energy carried to the material by the particles. There is not sufficient
evidence to allow correlation of the failure of the silica during particle impact with
either particle momentum or with particle energy.

Calcium Aluminate Test Specimens

In all, eight test firings were made using the calcium aluminate as the specimen
material. The conditions at which these firings were made and the resulting ablation
rates are listed in Table 1. The ablation rates obtained at the ''no-particles" control
condition were found to be low, being 0.1 to 0.4 gram per second. The weight losses of
these specimens appear to be the result of chipping rather than of melting of the ma-
terial, It should be recalled from a previous section that it was decided to test the
calcium aluminate material because it was thought that a melt layer would form but that
there would be no gas blowoff into the boundary layer during the test. Micarta, on the

other hand, develops a liquid-melt layer and also hlows gas into the boundary layer

during ablation. The calcium aluminate specimen, however, showed no visual evidence
of a liquid-melt layer having formed during the 3.5 AHT tests.
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None of the calcium aluminate specimens fired with a slurry containing 500-grit
alumina showed any weight loss. A thin yellow deposit was observed on the surface of
each of these specimens. Microscopic observations of the deposits showed that they
consist of crystalline alumina. There was no chipping on the specimens fired with 500-
grit alumina, and the deposit layer on the surface may have protected the specimens
from chipping. It should be noted that atmospheric-moisture particles presumably would
evaporate before a deposit layer could form, even if the particles were ice,

The calcium aluminate specimens fired with a slurry containing 280-grit alumina
had markedly different appearances from the other calciurn aluminate specimens. Those
specimens fired with a particle concentration of 0,625 per cent exhibited large craters
near the surface.

Figure 12 shows two of the specimens fired at this condition. The specimens
shown were exposed during a single firing of the 3.5 AHT engine, They are shown
oriented in the same manner as they were during exposure. Microscope observations
showed the presence of crystalline alumina on the surface of the damaged specimens.
Microscope observations also showed that no melting of the calcium aluminate had
occurred, even during particle impact.

N59639

FIGURE 12. CALCIUM ALUMINATE SPECIMENS FIRED IN THE 3.5 AHT
FACILITY WITH A 0,625 PER CENT CONCENTRATION OF
280-GRIT ALUMINA

As indicated in Table 1, high ablation rates of 3.1, 5.4, and 7.4 grams per
second were obtained on each of the three specimens fired with a 0,625 per cent. concen-
tration of 280-grit alumina particles. The scatter in the ablation rates seems to indi-
cate a lack of reproducibility in the results. As the results for the other materials are
reproducible with the 280-grit alumina particles, this lack of reproducibility is con-
sidered to be inherent in the calcium aluminate at high rates of failure,.
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The specimens fired with the 280-grit alumina at a 5 per cent particle concentra-
tion disintegrated during the test. Slow-motion movies taken during this test indicated
that the specimens first began to erode in a nonuniform manner, Itis believed that this
nonuniform erosion allowed the exhaust jet to exert a side thrust on the specimens which
was sufficient to cause the specimens to fail mechanically in the region of the stinger

connection,

The results of the calcium aluminate tests seem to indicate that the 500-grit
alumina particles did not have sufficient momentum to cause damage to the surface,
On the other hand, the 280-grit particles, being larger, presumably did have sufficient
momentum to cause damage. In analyzing these tests, momentum is used as a‘criterion,
rather than energy, which was used in discussing Micarta failure. It is to be recalled
that microscopic observations showed that no melting had occurred on the calcium
aluminate specimens, even those that were heavily damaged by particles. On a ma-
terial like calcium aluminate, where the particle impacts cannot precipitate any chemi-
cal reactions, the effect of an energy transfer from the particles can cause damage
only by inducing melting, which was not observed., Actually, this might be generalized
slightly to the statement that impact damage will be associated with particle energy if
the ratio of impact energy to the energy necessary to melt the material in the immediate
vicinity of the impact is equal to or greater than unity. Conversely, the damage will be
associated with momentum if the impact pressure is greater than the maximum stress
that the material can withstand in the vicinity of the impact. It is clear that, over a
certain particle velocity range, both types of failures are possible. However, when
ultra-high-velocity impacts occur, energy effects probably dominate because the
they probably take place more rapidly than mechanical damage. Furthermore, as the
temperature of the material is raised, the energy increment required to precipitate
melting decreases and the energy effects of particle impacts should become more
dominant, If melting is already in progress prior to impact, then any increment of
particle energy will increase the rate of melting. It is felt that, in the case of the solid
calcium aluminate, the damage produced by particle impacts in the 3.5 AHT facility
depends on the time rate of change of linear momentum of the particles. Had the calcium
aluminate been closer to its melting point, then particle energy might have been the
dominant factor in the damage. In contrast to the calcium aluminate, 1t is intesesting
to note that the melamine filler in the Micarta material requires only a small amount of
energy to cause decomposition,

The total momentum transport to the specimen surface is a first-order function of
}.artiél\, erneetl e ativn and Ly 4 Seelr d=~ordes fanetion of re rliigle size, Howew -T, the
momentum per .particle is primarily a function of particle size, as can be seen from
Figure 3. It would be expected that, before the total momentum transport can become
an important parameter, the individual particle momentum must exceed some limiting
value. That value is the momentum required by a single particle to cause damage,
Obviously, the 500-grit alumina particles did not have this critical momentum required
to cause damage during the test, whereas the 280-grit alumina particles did have the
required momentum, It is obvious from the test results that particle concentration,
and thus total momentum transport, was an important factor in the 280-grit tests.

Once damage was precipitated by the particles, the severity of the damage, as
compared with Micarta, and the strong effect of particle concentration'might be ex-
plained on the basis that there was no melt layer on the specimen surface to protect it
from particle damage. Thus, the importance of the protection offered by the melt layer
is accented by the results of the tests wherein 280-grit alumina particles impacted on
calcium aluminate specimecas,
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Mix 785 Test Specimens

The results of the tests with the Mix 785 ceramic specimen material will be
covered here only briefly, in a qualitative manner. Mix 785 is a ceramic material
developed for ABMA under Contract DA-01-021-ORD-4961, The results of the 3,5 AHT
tests for this material have been reported in more detail under that contract.

The test conditions used for this specimen material are listed in Table 1. The
thermal ablation rate of the Mix 785 at the ''no particles'' condition was practically
negligible. The introduction of particles caused an increase in the ablation rate, This
increased rate was, however, less than that obtained when using Micarta in a purely
thermal test at the same operating conditions in the 3.5 AHT exhaust. The aluminum
oxide appears to have formed a deposit layer in several places on the specimen noses,
while at the same time causing increased erosion at other places, l

Projectile-Acceleration Tests

o

The facility described earlier in this report for the acceleration of small projec-
tiles to high velocities has been used by McDonough and Hegge(8) to study the effect of
the impacts of sand particles on high-velocity bullets. In order to extend this work,
McDonough, in cooperation with Battelle, studied the impact of Micarta projectiles with
280-grit alumina particles. The projectiles, which had diameters of 0,4 inch and
ogival-shaped noses, were accelerated to 5260 ft/sec in these tests(9), After being
accelerated to high velocities, the specimens passed through a mechanically created
cloud of alumina particles. The projectiles decelerated rapidly because of atmospheric
drag and were recovered after 100 yards of flight while still retaining a velocity of

roughly 1500 ft/sec,

A small amount of melting was found to occur at the tip of Micarta specimens.
There was some roughening of the specimen nose, presumably due to particle impacts.,
It is difficult to compare the results of these tests with the other results presented herein
because of the short period of time during which aerodynamic heating and particle im-
pacts occurred, of the order of milliseconds, and also because these effects occurred
at only a small region of the specimen nose, The over-all material loss was found to
be small, The reinforcing fibrous material in the Micarta did begin to melt, but
microscope examination showed that no actual melt layer had formed. These tests
demonstrate the limitations imposed by the short exposure times inherentin this type
of facility. The facility appears, though, to be well suited to the determination of the
after-effects of particle impacts, such as surface roughening, on the flow field about
the projectiles.
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APPLICATION TO FLIGHT VEHICLES

The application of the results presented in this report to the actual condition en-
countered in flight received some consideration in this program. Special consideration
is given to those aspects of atmospheric-moisture-particle impacts that unfortunately
could not be closely simulated in the tests conducted with the 3.5 AHT facility, The
atmospheric conditions considered herein are presented in Table 2. The clouds listed
in Table 2 are considered to be the clouds that are most likely to be encountered during
a particular mission. The data listed in the table are based on the results of a survey
of available data conducted at Battelle for this program,

The average sizes shown in Table 2 represent mean sizes based on a number
count., That is, 50 per cent of the particles will be larger than the mean and 50 per
cent smaller, However, the size distribution is expected to be peaked; that is, the
mean size represents a favored size and a large number of the particles within a par-
ticular cloud will tend to have sizes within a few per cent of the mean. It is justified,
therefore, to assume that the mean size is represecntative of the particular clcud under
consideration. Thus, the size range that will be considered in this discussion of
particle breakup will be the range of the mean sizes encountered in variouc common
clouds.

Because of the large frontal area and low density of the cloud elements found in
the high clouds listed in Table 2, impact with these elements was not considered. It is
probably safe to assume that these cloud elements are deflected and evaporated bv the
shock-layer gases. Thus, particles considered in this discussion are from 8 to 15 mi-
crons in diameter., At altitudes greater than 7 kilometers, these moisture particles
are probably ice, whereas, between 3 and 7 kilometers, both supercooled water and
ice are common., Below 3 kilometers, water droplets predominate for most of the year
in temperate zones,

Two re-entry profiles were used for sample calculations. One of these, a
3000-NM trajectory with a ballistic factor of 0,002 cubic mcters/kg-secz, was chosen
for these calculations because the severity of this particular trajectory is indicative of
what might be expected for second~-generation IRBM re-entry vehicles. The environ-
mental conditions and the thermal ablation rates for Micarta along this trajectory were
available from ABMA, A radius of curvature of 1 foot will be assumed for the
stagnation-point region of the nose cone,

The second trajectory chosen for sample calculations was a severe 500-NM pro-
file.  The environmental conditions and the thermal ablation rates for Micarta along
this trajectory were also available from ABMA calculations, A nose radius of curva-
ture of 0,84 inch was used in the calculations for this trajectory.

Several aspects of the particle-impact phenomcnon that were not simulated ade-
quately during the experimental phase of this program are discussed in some detail,
These aspects are impaction efficiencies, droplet breakup in the shock layer, droplet
evaporation in the shock layer, and moisture-particle cooling effects. Analysis of the
experimental results showed that the average liquid-melt-layer thickness was an im-
portant parameter, A means of obtaining this average melt-layer thickness is de-
scribed, following the discussions of the aforementioned aspects of the particle-impact
phenomena. Finally, the results of sample calculations carried out along the 3000-NM
and the 500-NM trajectories are presented,
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TABLE 2. DATA FOR FREQUENT CLOUDS

Base " Patticle  Size .
Altitude, Thickness, Mean, Range, Particles/ Water
Cloud Type km km microns micrions  Cm3 Phase  Cloud-Element Form Occurrence of Cloud
High Clouds
Cirrus and
cirrostratus 7-15 173 50 10-100 102 Ice Hexagonal prisms,  Common all year
dendritic columns
Cirrocumulus 7-15 1/8-1/4 50 10-100 107 Ice Hexagonal prisms or  Infrequent
dendritic columns
Middle Clouds
Altostratus  Winter, 2-5 3 1 230 102103 Liouid, Small, compact Freauent, especially
and ice crystals from tate fall
altocumulus  Summer, 3-7 through spring
Low Clouds
Stratus Near surface 1 13 242 102-103  Liquid  Dronlets or flakes  Same as altostratus
tol
Nimbostratys  Surfaceto 2  1.3-7 13.5 242 102103 Ice Compact crystals, Same as stratus
snowtlakes
Stratocumulus  1/3-2 1 8 2-42 102'103 Liquid  Droplets Very frequent in
temperate
|atitudes
Vertical Development Clouds
Cumulus . )
congestus  1/3-2 5 15 3100 10 Liquid Droplets Common in tropics

and summer
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Impaction Efficiency for Atmospheric-Moisture
Particles on a Free-Flight Missile

A blunt-nosed re-entry vehicle in flight at supersonic velocities is preceded by a
detached bow shock wave, Atmospheric-moisture particles, which might be encoun-
tered by the missile, first feel the effect of the vehicle when they are struck by the bow
shock. Once the particles pass through the shock wave and enter the shock layer, thsy
are in a predominantly high-velocity, nonuniform flow field, As a result of the shock-
layer flow field, forces act on the atmospheric particles that tend to deflect them from
the surface of the nose cone. Furthermore, the flow-field forces decelerate the parti-
cles with respect to the re-entry vehicle.

In order to facilitate the analysis of this fluid-dynamics system, it is generally
convenient to fix the origin of the coordinate system some place on the moving nose
cone. The impaction efficiency is defined to be the fraction of the particles within the
projected area of the vehicle that impact on the nose cone. If the concentration of '
particles is assumed to be uniform in space, and if the particles are assumed to be of
uniform size, then the impaction efficiency may be considered as a geometric factor.
That is, the impacticn efficiency may be expressed as the ratio of that portion of the
frontal area ahead o1 ‘r.e vehicle that contains particles that impact on the vehicle to
the entire frontal area. Furthermore, the curve bounding this portion of the projected
area is similar to the curve bounding the frontal area, if the flow system is symmetric
about the stagnation point. For round nose cones, these curves would be concentric
circles. The determination of impaction efficiency thus reduces to the determination
of the initial location of the particle that just misses (or hits) the vehicle.

A consitierable amount of research has been done on the problem of subsonic
imp.ction of fluid-borne particles on a target in a uniform flow field, This work was
reviewed during a recent Battelle program conducted for AEDC(5), The determination
of impaction efficiency is usually started with the momentum equation for the particle.
It is assumed that a drag force acts on the particle, given by Stokes' drag law, and
thus the drag is proportional to the first power of the particle velocity relative to the
fluid, In a subsonic flow field, the disturbance produced by the presence of the rarget
body is felt, theoretically, out to infinity. Thus, the calculation of the path of a parti-
cle moving toward the target body is started a large distance ahead of the body. Be-
cause the drag force acting on the particle depends on relative velocity, the equations
of motion are generally nonlinear, This nonlinearity generally leads to the use of
digital or analog computers to obtain numerical result-.

The results of subsonic impaction studies show that impaction efficiency varies
primarily as a function of the ratio of particle-stopping distance to target radius. This
ratio is usually referred to as the impaction parameter and was referred to previously
when similarity parameters were discussed. A second parameter, which is the ratio
of the square of the particle Reynold's number to the impaction parameter, usually has
a second-order influence on the impaction efficiency.

Several important differences exist between the subsonic and supersonic impac-
tion problems. First, as previously pointed out, the particle feels the effect of the
vehicle only when it encounters the bow shock. Thus, any calculation of the motion of
the particle should be initiated at the shock-wave location, As it is not expected that
small particles, such as might be found as cloud elements, will affect the shock-wave
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location, the initial point at which to begin calculations is well defined. This is con-
sidered to be a simplification to the subsonic case. -

It must be borne in mind that the particle velocity just within the shock-layer will~
not be equal to the gas velocity at that point. In fact, under many conditions, the parti-
cle is initially supersonic with respect to the gas in the shock layer. A discussion of

‘drag laws for spheres in supersonic flow is presented in Appendix B, as are drag laws

for spheres in subsonic flow. The dirag force on the particle is expected to vary as
some power of the relative velocity; this power can be between the limits of 1 for
Stokes' law and 2 for supersonic flow. The influence of the exponent on velocity will
vary, in general, as the particle traverses the shock layer.

The flow field in the shock layer differs considerably from that which would be
found about a similarly shaped body in subsonic flow. The shock-layer flow field is
characterized by steep gradients of the primary flow variables. An appreciable force
may act on the particle in addition to the usual drag force as a result of the large pres-
sure gradients in the shock layer., Furthermore, the available mathematical ex-
pressions describing the shock-layer flow field are not considered to be so reliable as
those available for subsonic velocities of the body. This is especially true at locations
removed from the stagnation point. Thus, in an over-all sense, the supersonic im-
paction problem must be considered to be more complex than the subsonic problem.

In a recent note, Friedlander(12) suggested a means of obtaining the size of the
largest particle that will have an impaction efficiency of zero on a sphere traveling at
a hypersonic wvelocity. Friedlander suggests that, if the impaction efficiency is low,
then a particle that enters the shock layer along the stagnation stream line will be acted
on by a drag force that is given by Stokes' law when the particle is close to the surface ,
of the sphere. Thus, if the particles are slowed down sufficiently for Stokes' law to be
valid, Friedlander's analysis can be used, It will be assumed that the Friedlander
analysis is valid along the 3000-NM and 500-NM trajectories under consideration,

Using a Stokes' law drag force, Friedlander presents the equations of motion for
the particle. The condition for a zero particle velocity at the stagnation point and
therefore a value of the impaction efficiency of zero is found from the equations of
motion to be

UOO
23
e (23)

where the impaction parameter, K, is the same as that commonly used in subsonic
impaction problems. The value of b) used by Friedlander is that obtained by
Lighthill“3), and is a function of density ratio across the shock wave, shock-wave
location, and sphere radius.

The zero-efficiency value of the impaction parameter can be expressed as a
function of the density ratio across the shock wave and the ratio of shock-detachment
distance to sphere radius. The zero-efficiency value of K may be found, therefore,
as a function of density ratio or Mach number along a missile trajectory. For a
Stokes' law drag force, K is by definition

 d2U
- K =P w. (24)
18 uR .
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Therefore, when K is calculated for an efficiency of zero on the basis of density ratio
across the shock wave, the defining equation for K can be solved to yield the maximum
particle size that produces an impaction efficiency of zero.

This technique was followed in the current program for altitudes below 40,000
feet along the 3000-NM trajectory that was used as a representative example. The
particle sizes for a zero impaction efficiency were found to vary between 5,40 and 6, 15
microns when the particle specific gravity was taken to be unity.

It is assumed that the impaction efficiency varies rapidly with particle size, This
assumption is in agreement with experimental and theoretical results obtained for
spheres in subsonic flow(5), Average particle sizes ranging from 8 to 17 microns are
. expected to be encountered in common clouds. It is assumed, for calculation purposes,
that the impaction efficiency of these cloud elements on the missiles under considera-
tion is 100 per cent and that the particles are decelerated only a negligible amount in
the shock layer. That is, the impact velocity is essentially the same as the free-
stream velocity.

An alternative approach to the problem of computing impaction efficiencies and
impact velocities is to solve simultaneously the exact equation of motion in the shock
layer, the equations for the fluid-flow field in the shock layer, and a relation between
the drag coefficient and relative velocity, The solution to these equations can be ob-
tained by using either numerical or analog methods. It was expected that reasonably
accurate results might be obtained from this computation., However, such an extensive
computation program was considered to be beyond the needs of the present program.

In philosophy, this computer approach to the free-flight problem is the same as
that discussed in Appendix C to this report, wherein minimum impaction efficiencies
were calculated for conditions in the tests conducted in the 3,5 AHT exhaust jet, The
minimum efficiencies obtained from that analysis are too low to be useful in computa-
tions for the free-flight missile, although they are useful in the analysis of the experi-
mental results.

Droplet Deformation and Breakup in the Shock Layer

Atmospheric-moisture particles that might be encountered by a supersonic blunt
re-entry vehicle pass rapidly through the bow shock wave that precedes the vehicle in
flight, and enter the shock layer at large velocities relative to the shock-layer gases,
These relative velocities are almost as great as the vehicle flight velocity, As a re-
sult of these relative velocities, aerodynamic forces act on the droplets that tend to
decelerate, deflect, and deform the droplets. The droplet deceleration and deflection
were discussed in the preceding section in this report, Droplet deformation is dis-
cussed at this time. It must be borne in mind that deformation beyond some limit leads
to the breakup of the original droplet into two or more smaller droplets,

The particular physical mechanism that controls the deformation and breakup of
droplets depends on the size range of the droplets initially, These droplets are seen
from Table 2 to be from 8 to 15 microns in diameter. It is assumed that ice particles

. retain their original shape during passage through the shock layer. Thus, the dis-
cussion is limited to the altitude range where liquid droplets are expected,

BATTELLE MEMORI AL INSTITUTE

by PEEBEY SRR S Sy




57

The literature on droplet deformation was reviewed in order to determine
(1) whether the results of any existing theoretical development could be applied to the
present problem, and (2) where there are any experimental data available in the 8- to
15-micron size range. Prior to a discussion of the findings of the literature review,
it would be well to describe the type of information required.

First of all, it was desirable to determine the particle size that is stable at the
high initial relative velocities encountered in the shock layer. If droplets in the 8- to
15-micron size range were found to be stable at these relative velocities, then no fur-
ther information would be required, However, if the droplets were found to be un-
stable, then the time required for the droplets to break up would have to be determined,
This is because the shock-layer residence time for the droplet is of the order of from
20 to 40 microseconds, and if breakup does not occur within this time, the droplet will
impact on the vehicle while still in one piece. :

The breakup of raindrops in the region behind Mach 1.3, 1.5, and 1.7 shock
waves was studied experimentally and theoretically by Engel(14: 15), For the large
drops considered by Engel, 1.4- and 2. 7-mm diameter, it was valid to neglect the
vibrations of the droplet because the period of free vibration for these large drops is
large compared with the time required for breakup. This is not the case for drops in
the size range from 8 to 15 microns, where the period of oscillation is sufficiently
short that the oscillations contribute significantly to the droplet deformation. For ex-
ample, the natural period of oscillation for a 10-micron particle is computed to be
2.9 microseconds, Thus, it should be expected that the actual physical mechanism of
breakup for the large drops is different than that for the small drops. Thus, data ob-
tained for large drops should not be extrapolated to the 8- to 15-micron size range.

Before leaving the discussion of the work done by Engel, it is considered worth-
while to mention that Engel determined the time required for raindrops to disintegrate
in the shock layer. Although all of the conditions studied by Engel lead to unstable
drops, the breakup times were sufficiently long to allow the drops to impact intact on
supersonic spheres with diameters of 2 feet or less, The data presented by Engel are
for sea-level conditions; extrapolation to altitude or higher Mach numbers may be
carried out if the shock-layer density is assumed to be the same as at the condition
studied{16), 1t might be found that large raindrops would impact intact on a hypersonic
vehicle, even though they are unstable at the shock-layer conditions. This situation
. might also apply to the 8- to 15-micron droplets, That is, even though they are un-
stable, insufficient time is available for breakup.

Hinze(17) theoretically studied the deformation of liquid drops in the size range
where the deformation rate is dependent on the natural period of oscillation for the
droplet, The period of oscillation depends on droplet diameter and surface tension.
Hinze obtained a solution to the equation of motion and the continuity equation within
the droplet for the cases of small and large viscosity. In order to make the equations
tenable, Hinze assumed that only small deformations of the droplet take place, It
should be noted immediately that the case for the shock layer is probably one of large
deformations that occur in a short time. The errors introduced by this assumption
will be discussed later in this section. In a following paper(ls), Hinze applied his solu-
tions of the flow equations within the droplet to the determination of critical droplet
diameters and breakup times. The experimental data used by Hinze for comparison
with his results are for drops much larger than 15 microns at velocities much less
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than those encountered in re-entry, Calculations based on Hinze's equations show that
the droplets being considered here are unstable in the shock layer and the breakup
times are of the order of a microsecond, assuming a small viscosity.

At this point, the applicability of the assumptions made by Hinze to the present
problem will be questioned. Those assumptions that are questioned are (1) small
deformation and (2) viscosity effect on the small-viscosity case. The natural period of
oscillation for a liquid drop was found by Rayleigh(19). The expression derived by
Rayleigh is the one used by Hinze and others to determine the natural period of oscilla-
tion for liquid drops., However, Rayleigh conducted an experiment where he broke up
a 19, 7-cubic-centimeter-per-second stream of water with a tuning fork making 128
vibrations per second, The period of vibration for the resulting drops was found from
the experiment to be 0.0612 second, whereas the computed value was 0,0494 second.
Rayleigh attributed this large discrepancy between the measured and predicted periods
of oscillation to excessive amplitude, that is, large departures from the assumption of
a small disturbance to the drop. The large deformations to be expected for a particle

in the shock layer should yield an even greater discrepancy than that found by Rayleigh,

Thus, a period of oscillation much greater than that predicted by Rayleigh's equation,
and hence, a breakup time greater than that predicted by Hinze's equation, should be
experienced by the droplets in the shock layer.

The effect of viscosity on the breakup time should also be considered. According
to the criteria set forth by Hinze for the large- and small-viscosity cases, water drop-
lets should be considered using the approximation of small viscosity., This is con-
sistent with the assumption of small deformations. However, in the shock layer, large
rates of deformation are predicted by Hinze's theory. These rates of deformation are
sufficiently high that the effect of viscosity on the deformation rate probably should be
considered. That is, when high rates of deformation are present, the resistance of
the fluid to shear no longer can be considered to be negligible., Carrying this to an ex-
treme leads to the obvious statement that an infinite rate of deformation is impossible
because this implies an infinite shear stress within the fluid. Viscosity effects should
increase the time required for droplet breakup.

Hanson, Domich, and Adams(20) experimentally studied drop breakup at subsonic
and supersonic velocities. The size range covered by their experiments was from 100
to 700 microns for both water and methyl alcohol. Photographs of the droplets showed
that the drops initially are flattened in the stagnation region; then the entire drop is
flattened and becomes a disk; then a bag forms in the center of the drop; then the bag
breaks, leaving a ring, which later breaks up into smaller droplets.

Hanson, Domich, and Adams presented extrapolations of their data down to a
particle sizc of 10 microns., Depending on the means of extrapolation, che critical
relative velocity between the particle and the gas is found to be either 800 fps or
1300 fps. The greater of these two velocities is obtained from an extrapolation on
log-log paper of the results of Hanson, Domich, and Adams, whereas the lower
velocity is- based on a constant critical Weber number, as predicted by Hinze, The
Weber number is the ratio of fluid impact to surface tension forces, A theoretical
analysis by Masugi(2l) showed agreement with the variable critical Weber number
result. In this analysis, the classic results of Rayleigh(w) were extended to include
the influence of the gas forces, and, to some extent, the liquid viscosity.
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At altitudes below 3 kilometers, all of the cloud elements that might be en-
countered are normally in the liquid state. At this altitude, the velocity of the 3000-NM
missile that is being used for sample calculations is 5900 fps, which leads to a relative
velocity between the particle and the gas of 4810 fps at the location immediately inside
the shock wave. The shock-layer residence time for the droplet condition lies between
20 and 40 microseconds.

At this 3-kilometer condition, the maximum relative velocity between the particle
and the gas is roughly 3-1/2 times the critical velocity determined from the data of
Hanson, Domich, and Adams. However, the expected breakup time is longer than
40 microseconds. This statement is based on observation of the breakup photographs *
shown in Reference 20, For example, Figure 36 of Reference 20 shows that a methyl
alcohol drop suspended in an air stream with a velocity about 2-1/2 times the critical
velocity takes roughly 100 microseconds to reach the point where it can be said to act
as a multitude of droplets. Observation of water droplets 1500 microseconds after
impact further substantiates this assumption on breakup time,

Lane(22) studied the breakup of large drops in air streams with Mach numbers up
to 2.1 in a shock tube, and determined the stable size resulting from the atomization of
the drops. He could not obtain droplets of dibutyl phthalate smaller than 15 microns in
his experiments, although this size was attained at a shock-tube diaphragm bursting
pressure as low as 20 atmospheres, whereas he used pressures up to 80 atmospheres,
corresponding to the maximum Mach number of 2,1, Lane concluded that the rate of
decrease in size is lower than might be expected from a constant critical Weber num-
ber analysis when a supersonic air blast is encountered. Water is expected to yield a
similar result, possibly with a larger stable size. '"Supersonic'' refers here to the
conditions in Lane's experimental setup, droplet breakup being a function of relative
velocity, and not Mach number. Hanson, Domich, and Adams stated as one of their
conclusions that the mere passage of a drop through a normal shock will not of itself
cause breakup. It is the relative velocity between drop and air on the high-density side
of the shock wave that, if sustained long enough, will shatter drops above the critical
Sl1ze,.

On the basis of the results presented by Hanson, Domich, and Adams, and those
presented by Lane, it is considered reasonable to assurne that droplets in the 8- to
15-micron size range will remain intact during passage through the shock layer. That
is, even though the phenomena of small-droplet breakup are not very well understood,
it is reasonable to assume that, if the droplets are unstable, there is insufficient time
available in the shock layer for breakup.

It is assumed that droplet breakup is not an important factor affecting the particle
erosion of the nose cone along the 3000-NM and the 500-NM trajectories for which
sample calculations are made. The 3-kilometer-altitude condition for the 3000 NM
trajectory was used as an example in the preceding discussion. Shock-layer residence
times greater than 40 microseconds occur below 3 kilometers; however, the relative
velocities between the particles and the gas are less than that at 3 kilometers, Because
of its smaller nose radius the shock layer residence times associated with the 500 NM
missile should be less than those for the 3000 NM missile,

BATTELLE MEMORI AL INSTITUTE




60

Droplet Evaporation in the Stagnation Region of the Shock Layer

Atmospheric~-moisture particles, which might be encountered by a ballistic re-
entry body, pass rapidly through the bow shock wave that precedes the vehicle in flight,
and then pass through the shock layer while traveling at large velocities relative to the
vehicle, Subsequently, the particles will impact on the surface of the vehicle if aero-
dynamic forces acting on the particle are not sufficiently great to deflect the particle
from the surface or to stop the particle relative to the vehicle. It is well known that
the temperature of the gas in the shock layer may be extremely high. Thus, it be-
comes necessary to consider the mass loss of the water droplets due to evaporation
during passage through the shock layer in order to determine the actual particle mass
that may ultimately impact on the surface of the vehicle.

It is assumed that, prior to encountering the missile, the particles under coa-
sideration are in the liquid state, which is a conservative assumption when it is consid-
ered that high-altitude particles probably will be ice. '"Conservative' implies here that
the assumption will lead to an overestimate of the loss of particle mass by evaporation;
by overestimating the mass loss, the total mass that reaches the body surface is under-
estimated. Furthermore, it is assumed that the droplets remain spherical during the
initial part of the heating cycle in the shock layer. This assumption is considered to be
a reasonable one and was discussed in detail in the preceding section of this report,
Thus, the problem may be separated into two parts: (1) the heating of the surface to its
boiling point, and (2) the rate of evaporation of the droplet at a constant surface
temperature.

First, the time required to heat the surface of the particle to its.boiling point
must be determined. For small particles, it is considered to be reasonable to neglect
convection within the droplet. This allows the use of an available solution to the
transient-heat-conduction equation for a solid sphere. Jakob(23) presented a solution
that allows for a finite but uniform heat-transfer coefficient at the surface of the
sphere. Jakob's solution is for a solid sphere that is suddenly placed in a new thermal
environment, which is essentially the same situation as is now being analyzed. Jakob
presented a curve that can be used to compute the surface temperature as a function of
sphere diameter, thermal diffusivity, heat-transfer coefficient, time, initial tempera-
ture, and gas temperature. The only unknown still required for the calculation of
surface temperaturc is the heat-transfer coefficient,

Calculation of the Reynolds number, based on particle diameter, for the gas
flowing past the particle immediately after passage through the shock layer shows that
the flow is well within the laminar regime, For example, along the 3000-NM trajec-
tory that is one of those used for sample calculations, at an altitude of 7 kilometers,
the Reynolds number for the flow about a 15-micron particle is 2180; at an altitude of
3 kilometers, the Reynolds number for the flow about an 8-micron particle is 255.
Transition to turbulent flow on a sphere occurs at a Reynolds number around 500, 000,
The value of the Reynolds number for the particle immediately downstream of the shock
wave is the maximum value that can be'applied to the particle during passage through
the shock layer. Thus, if the heat-transfer coefficient is calculated on the basis of
this Reynolds number, it too will be a maximum, yielding a conservative result., The
heat-transfer coefficient was computed on the basis of the maximum Reynolds number
for the particle in the shock layer.
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Values of the heat-transfer coefficient were obtained from the following equation,
which was presented by McAdams(24) for spheres in the Reynolds number range from
17 to 70,000:

’

h-°d _ 0.6
'Tg‘P"O' 37 (Rep) " °. (25)

By using this heat-transfer coefficient in conjunction with the solution to the conduction
problem mentioned previously, it is possible to compute the time required to heat the

surface of the particle to its boiling point.

It is to be noted that, by using this equation for determination of the heat-transfer

- coefficient, the effect of recombination of the dissociated gases present in the boundary

layer is neglected. Atom recombination would increase the heat-transfer rate to the
particle because of its associated energy release. Accounting for atom recombination

* would represent an improvement to the method described herein. The effect of atom

recombination can lead to an increase in the heat-transfer rate by a factor of 2 at the
higher flight Mach numbers under consideration. The altitudes at which these high
Mach numbers occur are greater than 7 kilometers for the 3000-NM trajectory.
Evaporation at altitudes greater than 7 kilometers is not considered in this section.
Atom-recombination effects at altitudes less than 7 kilometers are counterbalanced
somewhat by choosing a maximum Reynolds number for the calculation of the heat-
transfer coefficient., It will be seen later in this discussion that the time required to
heat the surface of the particle to its boiling point is usually a small fraction of the
residence time for the particle in the shock layer. It will be shown that the mass loss
of the particle is controlled by the second phase of the heating cycle, that is, the part
of the heating cycle wherein evaporation is occurring. The calculation procedure that
is advocated for the second phase of the heating cycle accounts for dissociation and re-~
combination of gas molecules. '

Consider that the time required for the surface of the particle to be heated to its
boiling point has been computed on the basis of the method described above. It now
remains to compute the mass evaporated during the remainder of the particle residence
time in the shock layer, that is, the difference between the total residence time in the
shock layer and the previously discussed initial heating time, During the remainder of
the shock-layer residence time, the surface temperature will remain at the boiling
temperature associated with the shock-layer pressure.

As before, internal convection currents in the droplet are neglected. This is
reasonable for the small droplet sizes being considered. Thus, the liquid droplet may
again be considered to act as a solid body, Water evaporates from the droplet and
interacts with the high-temperature air in the boundary layer around the particle. The
steam both cools and thickens the boundary layer around the particle. This is analo-
gous to the ablation of a solid sphere that forms a gas when heated by high~-temperature
shock-layer gases. The analogy is strong enough to allow the utilization of the solution
to the problem of determining the ablation rate of a subliming solid sphere in a hyper-
sonic flow field presented by Roberts{25), This solution, presented graphically by
Roberts, is utilized in the computation of the mass loss of the particle while in the
shock layer. This solution accounts for real gas effects, such as dissociation and re-
combination of the gas molecules. It is assumed for these calculations that both the
Prandtl and the Schmidt numbers are unity,
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It is well to discuss briefly the flow field assumed by Roberts and the actual flow
field about the water droplet in the shock layer. First of all, Roberts considered only
the laminar-flow region near the stagnation point of a sphere in hypersonic flow,
Here, the boundary-layer flow about the particle is always laminar because of the low
particle Reynolds numbers. Thus, there is no difficulty, as there might be if one or
the other of these two cases were based on a turbulent boundary layer,

It should be mentioned that the Roberts solution does not account for the effect of
the wake flow on the rear of the sphere. This is not considered serious, because the
heat-transfer coefficient in the wake region behind the particle is probably less than
that at the stagnation point. Eckert(26) showed that this is the case for a cylinder with
the axis normal to the flow at a Reynolds number of. 4000, Thus, the use of a
stagnation-point value probably leads to a conservative value for the average rate of
evaporation. The stagnation-point value will be assumed to be equal to the average
evaporation rate for the calculation now being considered,

An additional point should be mentioned before Roberts! analysis is utilized for
computations of droplet evaporation. The heat-transfer rate to the stagnation point of
a sphere depends on the square root of a velocity coefficient. This coefficient is the
stagnation-point-velocity“gradient for potential flow, Although a value based on the
pressure distribution in hypersonic flow would be used ordinarily in conjunction with
Roberts' analysis, it is considered more reasonable to use a subsonic value for the
present calculations because the particle only sees the subsonic flow field in the shock
layer. That is:

du
C-= <— , (26)
dx =0
which is
du 3V :
C= <—> =z =L (27)
dxx=0 2 Rp

for a sphere in subsonic flow. As the evaporation phase of the heating cycle occurs
after the particle has been in the shock layer for a period of time during which surface
heating is occurring, it is reasonable to assume that the droplet has been flattened at
the stagnation point by aerodynamic forces and, furthermore, that there has been some
reduction in the relative velocity between the particle and the gas. For the purposes of
computing reasonable evaporation rates, it is assumed that the radius of curvature of
the particle at the stagnation point is reduced from its initial value by a factor of 10,
which is consistent with the results in the preceding section. Furthermore, in order to
compute the stagnation-point velocity gradient, the relative velocity between the particle
and the gas is reduced to 75 per cent of its initial value during evaporation,

When the ablation rate of an aerodynamically heated body is determined from an
energy balance, as was done by Roberts, it is presumed that all of the energy that
enters the solid body eventually shows up as ablated material. That is, the thermal
effect is confined to a thin layer on the surface of the nose cone. This is reasonable
in that the ablating materials being considered for use as nose-cone thermal shields
are generally poor heat conductors. However, the water droplets being considered
herein are good heat conductors. The result is that a portion of the energy transferred
to the particle during the evaporation phase of the heating cycle serves only to heat the
center of the particle, thus raising its temperature. This energy is carried as sensible
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energy of the liquid out of the shock layer and into the liquid-melt layer on tl';e nose-
cone surface unless, of course, complete evaporation takes place prior to impact,
Thus, from this point of view, the calculated evaporation rates will be conservative,

It is assumed that, at altitudes below 3 kilometers, where the ambient tempera-
ture is 483 R, all droplets that might be encountered will be in the liquid state. Be-
tween 3 and 7 kilometers, both ice and supercooled water might be encountered,
whereas, at altitudes greater than 7 kilometers, only ice particles will be encountered
by the missile, The results of evaporation calculations for several conditions along
the 3000-NM trajectory used for sample computations will now be discussed.

At the 3-kilometer altitude, stratocumulus and cumulus-congestus types of clouds
are considered in the present calculations, The average particle sizes associated with
these clouds are 8 and 15 microns, respectively., These particle sizes represent the
minimum and maximum sizes considered for 3-kilometer altitudes. The stagnation
temperature at the 3-kilometer altitude for the trajectory under consideration was found
" from the calculation to be 2920 R (1662K), whereas the stagnation pressure was found
to be 375 psia. The boiling point of water at a pressure of 375 psia is 898 R,

Initial Reynolds numbers of 255 and 478 were computed for the 8- and 15-micron
particles, respectively. By using the curves presented by Jakob and the expression for
the heat-transfer coefficient discussed previously, the time required to heat the surface
of the droplets to the boiling point was computed. The required times were found to be
3.7 microseconds for the 8-micron droplet and 6.5 microseconds for the 15-micron
droplet.

The amount of mass loss due to evaporation for the remainder of the shock-layer
residence time remains to be computed. Two assumed shock-layer residence times
are used for the calculation at each condition: (1) a time based on the assumption that
the particle remains at the free-stream velocity during travel through the shock layer,
and (2) a time based on the assumption that the particle velocity varies linearly across
the shock layer from a maximum equal to the initial particle velocity relative to the
nose cone to a minimum of zero. The actual residence time is probably between these
two assumed times. The two residence times {or the 3-kilomeater altitude were com-
puted to be 20,3 and 40,6 microseconds, respectively, The shock-detachment distance
‘used in the computation was calculated from the results of Li and Geiger(l) for a Mach
number of 5.4 and an assumed radius of curvature for the nose cone of 1 foot.

The evaporation rates were computed on the basis of the analysis presented by
Roberts(zs), with the stagnation-point velocity gradient modified to suit the conditions
of the present problem, as was discussed previously. By assuming constant evapora-
tion rates, the mass losses for the 8-micron droplet were found to be 21 and 71 per
cent of the initial mass at each of the two assumed residence times; whereas the mass
losses for the 15-micron particle were found to be 11 and 26 per cent of the initial
mass at each of the two assumed residence times, More accurate knowledge of the
residence time for the droplets probably would lead to computed values between those
presented herein,

A similar calculation carried out at the 7-kilometer altitude for a supercooled
15-micron droplet yielded a mass loss between 24 and 48 per cent of the initial mass
for the two assumed residence times,
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When it is considered that the calculation method discussed herein should yield a
maximum for the mass evaporated, the results of these sample calculations indicate
that evaporation might be neglected in an attempt to evaluate the damage to be expected
from cloud-element impacts, The calculated mass loss of the droplets would have
been considerably less had ice been considered, rather than liquid water. The prob-
ability of encountering ice between 3 and 7 kilometers' altitude is high. Droplet
evaporation will be neglected in the calculation used to estimate the effect of droplets
on free-flight vehicles,

Moisture-Particle Cooling Effects

When water droplets impact on the vehicle surface, they are vaporized and then
heated to some temperature greater than their boiling point. Because water has both
a high specific heat and a high latent heat, a relatively large quantity of energy is re-
quired to account for the enthalpy increase of the water droplets subsequent to impact.
Thus, the water droplets act as a heat sink. This was not the case for either the
aluminum oxide or glass particles used in the 3,5 AHT experiments,

It is necessary to determine (1) the quantity of energy absorbed by the water
droplets and (2) the means by which the water droplet heat sink influences the ablation
rate in free flight, In order to account for the particle thermal effects in the calcula~
tions to follow, it becomes necessary to make several assumptions, The basis for the
assumptions, especially with regard to the second item, may be open to some question,
A more refined attack on this problem is discussed later in this section,

A physical model of the chronology of events leading up to the final state of the
water in the gas boundary layer must be assumed. It is assumed that the particles,
while moving through the shock layer, are heated to the condition of saturated water by
the shock-layer gases. This assumption agrees with the heating cycle assumed in the
discussion of droplet evaporation. The particles, as saturated water, then impact on
the liquid-melt layer. The particles dissipate a substantial portion of their kinetic
energy while passing through the melt layer. The particles then impinge on the solid
surface below the liquid-melt layer, thereby dissipating their remaining kinetic energy
and damaging previously unaffected plastic. The water droplets then evaporate, and
the resulting steam diffuses out of the solid body, through the melt layer, and into the
gas boundary layer, It can be assumed that the steam is heated to some mean
boundary-layer temperature. Although all of the kinetic energy dissipated by the
particles while passing through the melt layer probably does not go directly into parti-
cle heating, it may be assumed for the energy balance that it does. That is, the addi-
tional thermal energy brought into the melt layer by the particles can be balanced out
by assuming that it is transfefred back to the particles,

On the basis of the preceding physical model, the particle heat-sink capacity may
be considered to be

2 2
AHG =1h 0.6(h.-h (-Yi— v—f>
w = | hig + 0.6 (he - g - 2807~ 2god TWp > (28)

where 0.6 (he - hg) is the approximate enthalpy rise of the steam that is required to
bring the vaporized droplet to the mean boundary-layer temperature,
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Viz sz )

2god  2goJ
is the kinetic energy dissipated in the melt, 7 is the impaction efficiency, and Wp is the
total weight of water that passes through the shock wave per unit time,

It will be noted that the energy required to heat the droplets to the saturated-
water condition is omitted from the present considerations. This energy is negligible
as compared with the large quantity of energy available in the shock-layer air. Thus,
the effect of this energy transfer to the droplet on the convective heat-transfer rate to
the vehicle is negligible. The importance of the energy transfer to the droplet in the
shock layer is that it places the droplet at the saturated-liquid state at the time it im-
pacts on the liquid melt,

As was stated previously, the term 0.6 (ho.-hg) represents the approximate
enthalpy rise of the steam that is required to bring t%ze vaporized droplet to the mean
boundary-layer temperature, The subscript e refers here to the condition at the outer
edge of the boundary layer and the subscript g to the saturated-steam condition, The
coefficient 0.6 is based on an assumed Prandtl number of 0.75. At high temperatures
and pressures, neglecting dissociation, the specific heat of steam becomes relatively
constant; the enthalpy difference therefore differs approximately from a temperature
difference by a constant.

The heat-sink capacity of the water, AHy,, has to be related to the ablation rate
of the reinforced plastic nose cone along a free-flight trajectory. In order to do this,
an effective heat of ablation, H,, was defined to be the ratio of the heat flux into the
boundary layer to the mass ablation rate of the material. By taking the ratio AHy /Hg,
the decrease in the thermal ablation rate due to the particle heat-sink effect may be
estimated crudely. '

It is acknowledged that the effective heat of ablation is a fictitious quantity, and
furthermore that the instantaneous ablation rate depends on the heat-flux history as
well as the instantaneous heat flux. The melting-body problem could be resolved for
the ablation rate as a function of time using a heat flux suitably modified by the particle
heat-sink capacity. This type of analysis may also lead to a decreased melt thickness
and, thus, greater particle damage than is indicated by a heat-of-ablation method.
However, this approach is beyond the scope of the present program. Instead, the ef-
fective heat of ablation was used to determine the effect of the particle heat sink, The
effective heat of ablation was obtained from average heat fluxes and ablation rates over
various regions of the trajectory being studied.

The equation describing the effect of particles on a melting body derived previ-
ously will now be modified to account for heat-sink effects. The material loss due to
thermal effects is

. . 0.6 cof (Te - Ty) . AH
Mth = Mp = gl{Te w)m' =

- p : (29)
~———Hg H

e

which is the same as Equation (14), except for the last term, which represents the
cooling effect of the particles.
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The expression for my}, may be expanded on the basis of Equations (13) and. (28).
The result is

. " 0.6 cof (Te-Tw) F -3p3,6 d
= 1 - g € .2 P1 /Zp
mgp = Mg - Zg,THI nwpVj “e P

.2

[h +0.6(h.-h,) Vi
fg .(e g 2goJ

3018
<1—e >PL /prdp>]—1’-zlw . (30)
e

Rearrangement yields

2

. ) 0.6 coF(Te-T )]nwV' -3py 6/20,.d

- - g e” "w p'i PLO/epply _
my}, mg, [ H ZgoJHe € AHw/He.v (31)
where
Viz
= | hfy + 0.6(h, -h,) - 3
OHy [ fg (he g) 2g5d ]UWP (32)

Equation (13) is rewritten here for convenience:

2
FrwpVi -3p1 6/2p,.d .
= EmwpVi®  -3p18/2p
ZgodHE  © PP +my. (13)

Substituting into Equation (13) the expression for mip in Equation (31) and re-
arranging yields

. TwWpVi® -301.6/2p,d
m-m -[I-Hg]—ﬁ PLC/2PpCp _ AH, /H,, (33)

where

Hf 0.6 c f(T, - Ty)

Hg = HoF + . (34)

It was shown previously that

5
5

g b
OB'IB- ‘E’I:

Using this expression and rearranging Equation (33) yields

Ppdp V¢ [1-H]

1/2
PLS _ n {ZgoJHf [(fn - mo) + AHW/He]} {mo} s (35)
FnwpVi N

which is similar to the equation used to correlate the data from the 3,5 AHT tests.
This last expression is used to estimate the effect of atmospheric-moisture particles
on a re-entry vehicle along both a 3000-NM trajectory and a 500-NM trajectory.
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As was seen in the preceding discussion, a number of assumptions had to be made
in order to estimate the thermal effect of particles on the erosion rate, It will be seen
] later in this report that the cooling effect is computed to be of the same order of mag-
nitude as the damage effect. Therefore, it would be desirable to conduct an experiment
] " where particle thermal effects are simulated. For example, this could be some sort of
=~ small-scale flight test, The purpose of the experiment would be to shed light on the
- actual physical mechanisms involved in the energy transfers discussed herein,

Liquid-Melt Thickness

i It will be recalled that the parameter ppdp/p1.0o exerts a strong influence on the
effect of particles on the erosion rate of a melting body. The value of the product
ppdp may be obtained from information available for the particles, whereas the product
P1,0o must be obtained from other considerations. The product p; 6, was obtained for
Micarta specimens and the conditions in the 3.5 AHT exhaust jet by plotting the data in
an appropriate manner, as shown in Figure 9. The value of §, from this analysis was
found to agree qualitatively with measurements made on slices of fired specimens. As

j “ data are not available for free flight, the product pj 6, cannot be determined in the

same manner as for the 3.5 AHT experiments. A scaling method was utilized to de-

termine the average ratio of pj,8, for a Micarta nose cone in free flight to py 6, for

Micarta specimens in the 3,5 AHT exhaust. The development of the scale factor used

will be presented now.

bcemns ey

The shear stress at the liquid-melt-gas boundary-layer interface is given by
(Tg)i = {peue?/2) cf = (TL);. (36)

It is assumed that the velocity varies linearly in the melt layer, so that
u-
(L) = (6—‘> (uL) . (37)
o

Following the example of Lees( 27), the conservation of mass for the melt layer

for axially symmetric flow is
)

[o]
2mro (1-£) iy = ﬁ(zﬂro S pLuLdy> (38)
o

where x is measured along the surface, and y is the coordinate normal to the surtace.

For an incompressible liquid melt,
i) . 5o

S pLuLdy =AppLuid, (39)
3 )

where A = 1/2 for a linear variation of velocity in the y-direction within the melt.
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Therefore, continuity may be expressed as

dr
ro (1 -£f) g = (dxo> Appuiby,

(40)

assuming that, for small distances along the melt, p;, u;, and §, are not functions of

X.

cancel when ratios are taken, later in this discussion,

For a spherical body,

r, =R sin 6

and
x = RO,

d
The function % may be expressed as
X

dr, drg dé

dx do dx’

but for a sphere

dr
2 =R cos 6,
do
and . : -
s _ 1
x R’
which leads to
d
fo . cos 6
dx

The equation of continuity may now be rewritten as

R tan 6 (1 -f) mg = Apyu;8,.

This expression may be solved for the velocity at the gas-liquid-melt-layer

interface, yielding

R tan 6 (1-f) mg
uy =
! Apro
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not expected and (2) the effect of considering these quantities as variables will tend to

(41)

(42)
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Combining this with the two expressions [ Equations (36) and (37)] for the shear
stress at the melt-gas interface yields

(peuez> o = R tan 0 (1 -f) mgyuy, (43)

2 App.8oe
which can be solved for pj 6, to yield

5 2R tan e(l'f) r'no;inL
PL% = ApeueZCf

(44)

The following assumptions are made to relate flow quantities in the 3.5 AHT test
setup to free-flight conditions:

(1) At =
(2) (cg)y = cf
(3) {pL)t = PLL

(peuez)t pOt
(4) -
Pelle Po

It is obvious that each of the assumed qualities is at least approximately correct.

If the comparison between test and flight conditions is carried out to the same
value of the angle, 8, then

Fow
pLéo e pOt 45
—=0 - Ji_ )
(PL)t /(Rt) )(#Lt) (mot (

which is the desired ratio.

As was stated previously, the value of (o 6,), was determined for the test condi-
tions on the basis of the experimental data. Using the predetermined value of (p1,6¢)t,
it becomes possible .to compute the average value of pj &, for flight conditions, and then
ppdp/pbéo for flight conditions,

The effect of vehicle deceleration was neglected in the preceding analysis. This
is considered to be valid on the basis of the results presented by Tellep(zs).' Tellep
‘theoretically analyzed the problem of the effect of vehicle deceleration on the liquid-
melt properties, and showed that the effect of vehicle deceleration on the melt thick-
ness is small when the shear stress is high. Recent theoretical results reported by
Fanucci and Lew(29) agree qualitatively with those of Tellep. These results indicate
that the effect of deceleration on the melt layer is felt at some distance from the
stagnation point,

An interesting point that might be mentioned now is that the ratio py 65/(p1.8,)
might be considered to be one of the parameters that should be simulated in ground
tests in order to obtain similarity with free-flight conditions. A value of the ratio of
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unity expresses the condition that the average melt thickness attained in the experiment
is approximately the same as that attained in free flight. Furthermore, if the average
melt thickness is obtained for a particular set of operating conditions in a ground-test
facility, it becomes a simple matter to estimate the average melt thickness at various
flight conditions for the same material,

For the purposes of the present investigation, wherein particle effects are being
studied, it becomes desirable to conduct experiments where the value of p dp/pL6° is
of the same order of magnitude as the value to be expected for free-flight conditions.
The constancy of this ratio approximately insures the constancy of the ratio of solid- B
body impact energy to initial particle energy on the basis of the liquid-melt protection
mechanism discussed previously in this report. On the basis of the preceding deriva-
tion, it is seen that ' 2

(22) [(Lefe)- leatel Ji) (2 (e

This might be considered to be a similarity parameter for particle impact experiments,

. bt

1

Calculations for Typical Re-Entry Profiles

Calculations were carried out to determine the effects of atmospheric-moisture
particles along the 3000-NM trajectory and the 500-NM trajectory mentioned earlier.
The various common clouds listed in Table 2 were chosen for this calculation, and the
change in erosion rate was computed at various altitudes within these clouds, En- ' {
vironmental and ablation data for Micarta 259-2 were available for these trajectories
from ABMA. The computations of the ratio pj &,/(p1.0o)t are discussed first; and then
the computations of the particle effects are discussed, Erosion calculations are dis-
cussed, assuming the particle cooling effect discussed previously and also assuming
that there is no particle cooling effect,

-y

The test conditions chosen for comparison with free fhght are R¢ = 2. 6 inches,
Po; = 8.3 atmosphere, g, = 1.5 g/sec = 0. 074 g/sec- cm? for Micarta 259- 2, and a
melt temperature of approximately 3000 R, leading to KLy = 101.9 poises for Corning
Glass E, which is the glass reinforcer for the Micarta. It is to be recalled that
(p1.6o)t for these test conditions was found from the data to be 77.7 micron-g/cc.

Data obtained from ABMA supplied g at each flight condition considered. A
value of po was computed, for each flight condition considered, on the basis of the
known altitude and Mach number for'the trajectory. The usual computation techniques
were employed for the calculation of po. Thermodynamic data, as presented by
Korobkin and Hast1ngs(30) were used in the calculations. This computation also
yielded shock-layer temperatures, and these were in turn, used, to make a rough
estimate of the melt-layer temperatures. The melt-layer temperature was used to
determine uj, at each flight condition.

Figure 13 shows the results of the calculations of [ p1,65/(01,65)]. In this figure,

pLS0/(p1,00)t is plotted as a function of altitude., It is recalled that (py,6,) and pp are

constant; hence, the figure shows the variation of the average melt-layer thickness as
a function of altitude, It is seen that the melt-layer thickness first decreases with
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decreasing altitude, reaches a minimum at about 28,000 feet (8. 5 kilometers), and then
increases with decreasing altitude for the 3000-NM trajectory.

A physical explanation of the results plotted in Figure 13 is that, from an altitude
of 40,000 feet down to 28,000 feet, the ablation rate is decreasing rapidly, and this
controls the melt thickness down to 28,000 feet., Below this altitude, the ablation rate
is relatively constant and the melt thickness increases primarily because of a decreas-
ing stagnation pressure. The ablation rate below 25,000-foot altitude along the 500-NM
trajectory continually decreases, so that no increase in melt thickness with decreasing

altitude was found,

The value of p1 6, in Equation (45) should increase slightly with increasing
vehicle velocity at constant altitude, because rh, is probably a stronger function of
U , than pg.

Recalling the melt-protection mechanism discussed previously, it is seen that for

the 3000-NM trajectory, the minimum protection is offered at the 28,000-foot altitude.
That is, at this altitude, the 3000-NM vehicle is most vulnerable to particle-impact
damage.

Calculations of the effect of particles on a re-entry vehicle were carried out
along the 3000-NM and the 500-NM trajectories, considering passage through the vari-
ous clouds listed in Table 2, Because of the large frontal area and low density of the
cloud elements found in the high clouds listed in Table 2, impact with these elements
was not considered., It is probably safe to assume that these cloud elements are de-
flected and evaporated by the shock-layer gases, The opposite case was assumed for
the other cloud elements listed in Table 2. That is, for cloud elements found in
middle, low, and vertical clouds, it was assumed that the impaction efficiency on the
vehicle was 100 per cent, that the particles do not evaporate in the shock layer, and
also that they do not break up in the shock layer.

The calculations were made both using the assumption that the particles act as a
heat sink in the manner discussed earlier in this section and also using the assumption
that the particle cooling effect is negligible., The results of both sets of computations

are presented,

Assuming that the particle cooling effect is important, calculations were made
using the equation derived earlier in this discussion:

2 <ﬂ -172
PLOo _ . | %80T [ (fn-1ny) + AHy /He] | 3 r'no)

. (35)
Ppdp FrwpVi® [ 1-Hg]

where the values of AHy/He and H, were determined through use of the methods de-
scribed earlier. The value of pj 6, was obtained from Figure 13; pp Was taken as
1 g/cc; and dp was taken from Table 2 for the various clouds considered.

The computation is iterative in nature. The left-hand side is computed, and then
various values of '/, are assumed in order to allow computation of the right-hand
side, When the value of the right-hand side of the equation that matches the left-hand
side is computed, the calculation stops and the value of /g used in the calculation
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TABLE 3. RESULTS OF CALCULATIONS ON THE EFFECT OF MOISTURE PARTICLES

ON A RE-ENTRY VEHICLE FOR A 3000-NM TRAJECTORY

Average Change in Change in
Particle Ablation Rate Ablation Rate
Altitude, Size, Concentration of (Heat Sink), (No Heat Sink),
kilometers Cloud Type microns Particles, cc /iy m/mg
12 Altostratus or 2
altocumulus } 11 5x10 1.00 1.00
10 Altostratus or } 2
altocumulus 11 5x 10 1.08 1.12
8.5 Altostratus or ]r 1 5 x 102 142 L7
aitocumulus |
8.5 Nimbostratus 135 5 x 102 1.9 2.49
6 Altostratus or 1 5 x 102 0.72 L16
altocumulus
3 Nimbostratus 135 5 x 102 0.85 1.44
; Comylus 15 1x 102 101 127
congestus
4.6 Altostratus or 11 5x 102 0.35 1.01
altocumulus
4.6 Nimbostratus 135 5 x 102 0.33 1.07
46 (LIS 15 1x102 0.33 1.20
congestus
2.2 Altostratus or 1 5 x 102 0.24 101
altocumulus 9
2.2 Nimbostratus 13.5 5x 10 0.18 1.02
2.2 Cumulus congestus 15 1x 10 0.55 1.01
2.2 Stratus 13 5 x 102 0.17 1.02
2.2 Stratocumulus 8 5 x 102 0.62 1.00
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is taken to be the sought-for ratio of the ablation rate with impact to ablation rate with-
out impact. The results of these computations for the 3000-NM trajectory are pre-

sented in Table 3.

Also shown in Table 3 are the results of the calculations made where the heat-
sink effect was assumed to be negligible, The procedure for these calculations was
similar to the one just outlined, except that here '

AHy/Hg = 0

and

_O'bcg(Te'.Tw)
g~ H .

e

It is evident from the results presented in Table 3 that there is a significant dif-
ference between the results obtained using the heat-sink assumption and those obtained
by neglecting the heat-sink effect, This is especially true at the lower altitudes, where
the heat-sink effect may even lead to a decrease in the ablation rate as a result of
particle impact. It may also be noted that, at the 12-kilometer altitude, the effect of
particles is found to be negligible., As altitude decreases, damage increases, reaches
a maximum, and then decreases, The primary reason for this is the variation in melt
thickness shown in Figure 13, The damage thus appears to be a strong function of melt
thickness. This leads to the conclusion that, when hypersonic velocities are maintained
at low altitude, which might lead to thin melt layers for various materials, the damage
produced by atmospheric-moisture particles may increase erosion rates by a factor of
2 or more. It might also be noted that, at the higher altitudes, where thermal ablation
rates are high, the smaller change in ablation rates shown in Table 3. could lead to
higher weight losses than greater fractional increases in erosion at lower altitudes,

The divergence in the results of calculations using the two alternative assump-
tions described previously accents the statement made earlier in this section with
regard to the need for closer examination of particle heat-sink effects.

The results of calculations made along the severe 500-NM trajectory are sum-
marized in Table 4.

TABLE 4. RESULTS OF CALCULATIONS OMN THE EFFECT OF MOISTURE
PARTICLES ON A 500-NM RE-ENTRY VEHICLE DURING FLIGHT
THROUGH A NIMBOSTRATUS CLOUD

Altitude, Change in Ablation Rate,
kilometers . /g
10.9 1.40
9 - 132
1.2 1.22
5.5 - 1.31
3.9 1.43
23 1.78

}
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The erosion rates shown in Table 4 were computed assuming that the particles
had no cooling effect. The calculations indicated that the total erosion of the re-entry
portion of the 500-NM missile considered might increase by 8 per cent as a result of
flight through a nimbostratus cloud extending in altitude between 10, 9 kilometers and
2. 3 kilometers.
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CONCLUSIONS AND RECOMMENDATIONS

The emphasis during the present study has been on the effects produced by im-
pacts between atmospheric-moisture particles in the form of cloud elements and a melt-
ing re-entry body. The conclusions of this study with respect to physical phenomena,
magnitude of effects, and test facilities are presented below., Recommendations for
future researches follow the presentation of the conclusions,

This study showed that the melt layer present on Micarta nose cones during abla-
tion offers a certain amount of protection against the damaging effects of particle im-
pact, Particles strike the melt layer and are decelerated by it prior to impact onto the
solid body. The damage produced by the impact appears to depend on the energy of the
particle at the solid-liquid melt-layer interface, Both solid- and liquid-particle im-
pacts produce the same effect on Micarta., Calculations carried out along sample mis-
sile trajectories showed that the damage produced by particle impacts depended strongly
on the liquid-melt-layer thickness,

The calculations carried out along sample trajectories indicated that, under cer-
tain conditions, the instantaneous ablation rate of a nose cone may be increased by as
much as a factor of 2 during flight through a cloud. The over-all amount of material
eroded during re-entry along one of the sample trajectories was found to be increased
by 8 per cent as a result of flight through a nimbostratus cloud, The particle-impact
problem will-generally become more severe as the missile trajectories are changed to
include longer periods of time during which hypersonic velocities are maintained at
altitudes of less than 12 kilometers, This would come about with ballistic missiles
having higher weight-drag ratios and with hypersonic low-altitude missiles, Particle-
. impact effects also become more severe as smaller nose radii are utilized for re-entry
vehicles, Some of the materials currently being investigated for high-heat-flux appli-
cations do not form a melt layer and therefore might be more vulnerable to particle-
impact damage than those that do melt during ablation,

In certain of the tests in the 3.5 AHT facility, ablation rates as great as 17 times
the ablation rates resulting from thermal effects alone were obtained using particles as
small as 88 microns in diameter and Micarta test specimens. It might be possible to
optimize the damage and design a relatively low-cost missile-defense system around
the particle-impact phenomenon,

A rocket-engine test facility, such as the 3,5 AHT facility, can be used for simu-
lation of particle impaction on aerodynamically shaped melting bodies, Those aspects
of the impact phenomena not simulated in a rocket-engine facility are impaction effi-
ciencies, droplet breakup, droplet evaporation, and particle cooling effects, These
aspects may be studied analytically or in a limited number of flight tests, and the re-
sults applied to the interpretation of rocket-engine test results,

Several areas of recommended future research are, briefly:

(1) Detailed theoretical analysis of the motion of particles in the shock
layer and the resulting impaction efficiencies and impact velocities

(2) Analytical and/or experimental studies of the cooling effect pro-
duced by moisture-particle impacts on a melting body

BATTELLE MEMORIAL INSTITUTE

4

prowmey ey im—y




(3)

(4)

(5)
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Experimental studies of the effect of heat fluxes higher than those
produced in the 3,5 AHT facility on particle-impact phenomena

A study of hypersonic velocity impacts of large particles, such
as rain drops, on melting aerodynamic surfaces

A study of the missile-defense implications of the results pre-
sented herein,
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AP=

B =

cross-sectioned area of particle
arbitrary coefficient
b) = coefficient of first-power term in

Taylor series expansion of gas velocity
around the stagnation point

C = velocity coefficient, defined
by Equation (26)

Cp = drag coefficient

cf = local friction coefficient

< = specific heat of the gases evolved

g from decompositon of the plastics
clp ='particle diameter

ER = ablation-energy parameter,
defined by Equation (22)

F = fraction of particle impact kinetic
energy transmitted to the plastic
filler

l-"p = force on particle

f = mass fraction of plastic filler
in the undamaged material

g. = consistent conversion factor

H = energy necessary to start the -
decomposition of the plastic
filler

H, = effective heat of ablation

Hg = energy ratio, defined by Equation
(34)

OH,, = energy absorbed by particles, as
defined in Equation {32)

AH,,” = energy absorbed by particles in gas-
boundary layer-melt layer-solid
body system

h = particle enthalpy per unit weight

h° = heat-transfer coefficient

hig = latent heat of vaporization of water
at shock-layer pressure

i i

J = conversion factor to energy units

K = impaction parameter

KE = kinetic energy

k = thermal conductivity

L = characteristic length, e. g. , nozzle

length, nozzle exit-to-specimen
distance

SYMBOLS

M = Mach number

mp = particle mass

[ = total ablation rate

.'?.ll = rate at which material
crosses the liquid-solid
interface

n.\P = portion of ablation rate due
to particle impact

".‘Stoud = rate at which the maas con-
tained in the melt layer
changes

n'\,_h = portion of ablation rate due
to heat transfer

P = static preseure

n = stagnation pressure

R = nose radius of curvature

Re = Reynolds number

T, = distance measured radially
from axis of body

S = particle displacement

T = temperature

t = time

T = X/Uwm= characteristic time

Ux = free-stream velocity

u = velocity in x-direction

v = particle velocity

Ve = relative velocity between
particle and gas

wp = mass flow rate of particles

a 8L
ppdplur

8 = function of a defined in
Egquation (B-9)

¥ = ratio of specific heats

[} = average melt-layer thickness

€ = index of variation from
uniform particle velocity

4 = distance defined by
Figure C-1

n = impaction efficiency

angle measured from stagnation
point

constant defined by Equation (39)
shock-detachment distance
viscosity

3. 14...

density

uheax_-‘“ntuu_

parameter defined by Equation (B-14)

Subscripts
condition at x* = o
edge of gas boundary layer
nozzle exit gas velocity
solid-liquid interface
gas
gas-liquid interface
liquid
"no particle' impact condition
particle N
lhock-wav.e location
test conditions
component in x-direction
component in y-direction

component in z-direction
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= velocity coefficient, defined
by Equation (26)
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from decompositon of the plastics
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= ablation-energy parameter,
defined by Equation (22)

= fraction of particle impact kinetic
energy transmitted to the plastic
filler

= force on particle

= mass fraction of plastic filler
in the undamaged material

= consistent conversion factor

= energy necessary to start the
decomposition of the plastic
filler

= effective heat of ablation

= energy ratio, defined by Equation
(34

= energy absorbed by particles, as
defined in Equation (32)

= energy absorbed by particles in gas-

boundary layer-melt layer- solid
body aystem

= particle enthalpy per unit weight
= heat-transfer coefficient

= latent heat of vaporization of water
at shock-layer pressure

= conversion factor to energy units

= impaction parameter

= kinetic energy

= thermal conductivity

= characteristic length, e.g. , nozzle
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SYMBOLS

Mach number

particle mass

total ablation rate
rate at which material

crosses the liquid~solid
interface

s

n-.xp = portion of ablation rate due
to particle impact

".‘Stored = rate at which the mass con-
tained in the melt layer
changes

m = portion of ablation rate due
to heat transfer

P = static pressure

- = stagnation pressure

R = nose radius of curvature

Re = Reynolds number

To = distance measured radially
{rom axis of body

S = particle displacement

T = temperature

t = time

t = A/Uwm= characteristic time

U = free-stream velocity

u = velocity in x-direction

v = particle velocity

Ve = relative velocity between
particle and gas

wp = mass flow rate of particies

a _J8Hg L
ppdp?uF

B = function of a defined in

""""" Equation (B-9)

Yy = ratio of specific heats

] = average melt-layer thickness

€ = index of variation from
uniform particle velocity

4 = distance defined by
Figure C-1

n = impaction efficiency

angle measured from stagnation
point

constant defined by Equation (39)
shock-detachment distance
viscosity

3. 14...

density

shear stress

parameter defined by Equation (B-14)

Sl{blcrigts'
condition at x " = o
edge of gas boundary layer
nozzle exit gas velocity
solid-liquid interface
gas
gas-liquid interface
liquid
"no particle' impact condition
particle
shoc'k-wave location
test conditions
component in x-direction
component in y-direction

component in z-direction




APPENDIX A

PERFORMANCE OF THE 3,5 AHT ENGINE

BATTELLE

MEMORI AL

INSTITUTE

e




—t

’

A-1

APPENDIX A

PERFORMANCE OF THE 3.5 AHT ENGINE

The injector used in the 3.5 AHT engine was especially designed to allow the in-
jection of a particle-kerosene slurry for erosion studies, The oxidizer, 90 per cent
hydrogen peroxide, is passed through a catalyst bed, where it decomposes to oxygen and
steam with an accompanying energy release, The particle~kerosene slurry is injected
along the axis of the burner, and clear kerosene is injected radially outward through
eight holes in the injector into the annular stream of decomposed hydrogen peroxide, The
decomposed products mix with the clear, radially injected kerosene, and then flow into
the combustion chamber, where they can mix with the axially injected slurry, .

As a physical model of the processes occurring in the combustion chamber, it was
hypothesized that slurry fuel injected axially into the chamber does not burn; and the fuel
injected radially burns with an efficiency of 95 per cent. The flame produced by the
oxidation of the radially injected fuel, thus constituting the principal combustion flame,
will be referred to hereafter as the '"'pilot'" flame. Approximate performance calculations
were made on the basis of this assumed model. The method of calculation is outlined
below, by which the performance of the motor was predicted prior to any test firings,

A weight flow of slurry, a chamber pressure, and a pilot-flame mixture ratio were
selected, and 95 per cent of the theoretical pilot-flame temperature was determined from
thermodynamic data, The fraction of the total propellant weight flow that consists of
slurry was assumed, An average specific heat of 0,45 Btu/lb, - °R was chosen for the
slurry and an average specific heat of 0.6 Btu/lb,, -°R was chosen for the pilot-flame
combustion products, An average temperature was then computed for the mixture of
slurry and combustion products on the basis of the assumption that the slurry is heated
to the combustion-chamber temperature without any accompanying exothermic chemical
reactions, The resulting computed average chamber temperature was then reduced by
l1-per cent to account for losses resulting from wall heat losses and the cracking and
change of phase of the kerosene in the slurry, The 11 per cent figure was chosen be-
cause it allowed the exact matching of theoretically and experimentally determined com-
bustion temperatures for one operating condition for a similar injector installed in a
smaller ABMA engine for which some operating experience was available. The chamber
temperature, calculated by the method described above, was used to compute the theo-
retical total weight flow rate at the throat of the exhaust nozzle, neglecting the small
effect of the particles on the average molecular weight of the combustion products,

Using this weight flow, a new weight fraction of slurry was computed, The calculation
procedure was then repeated on the basis of the new weight fraction of slurry, When a
weight fraction of slurry was found that satisfied the assumed value for that calculation,
the computations were considered to be completed and the chamber temperature found
for that calculation was taken as a final value, The associated propellant flow rates
could be easily obtained from the calculated over-all flow rate, the slurry flow rate, and
the pilot-flame mixture ratio. The per cent of theoretical characteristic exhaust veloc-
ity, c%*, could be obtained easily by taking the square root of the ratio of the calculated
chamber temperature to the theoretical temperature for the over-all mixture ratio. The
small differences in molecular weight were neglected. The results of these calculations

were compared with the data obtained from nine calibration firings of the 3,5 AHT
engine.
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Figure A-1 summarizes the performance data obtained from: the calibration firings,
It is a plot of per cent of theoretical characteristic exhaust velocity, c*, as a function of
over-all mixture ratio (pounds of HO2 per pound of kerosene), The curves shown on
the plot were calculated theoretically by the procedure described above, whereas the
points shown in the figure were calculated from experimental data for two fractional
weight flows of particles and various over-all mixture ratios, The slurry-fuel rate was
held constant and the composition of the slurry varied in order to vary the particle flow
rate; All of- the particles used in the calibration firings were 500-grit ; fused aluminum
oxide. The 500-grit fused aluminum oxide is approximately spherical and has an average
particle diameter of 16 microns,

As might be expected, there is considerable scatter in the data, This results from
both experimental difficulties and the limiting assumptions necessary in the theoretical
calculation of temperatures and c* values. However, it appears that the general trends in-
dicated by the theoretical curves are followed by the experimental data. The difference
between the 0.'625 and the 5 per cent curves is too small to be shown by the experimental
data, This correlation indicates that the assumption that the fuel in the slurry does not
burn within the chamber is approximately correct, and that the assumption is adequate
for first-order calculations of combustion temperature, It was found that a maximum
flame temperature of 3800 R could be obtained at an over-all mixture ratio of 5,5:1,

This mixture ratio yields the highest possible combustion temperature, as it corresponds
to a stoichiometric pilot flame,

In addition to the combustion studies, an attempt was made during the calibration
to obtain the distribution of both temperature and particles in the exhaust jet, This was
done by exposing, during three of the calibration firings, a steel cross to which nine
small steel rods were welded, None of the three specimens tested showed any particular
pattern that might have resulted from a nonuniform distribution of particles or
temperature, ’
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EXHAUST VELOCITY AS A FUNCTION OF OVER-ALL MIXTURE
RATIO IN THE 3.5 AHT FACILITY
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APPENDIX B

ACCELERATION OF PARTICLES IN A ROCKET EXHAUST JET

In order to simulate the erosion of a re-entry body by atmospheric-moisture
particles, a technique was used wherein inert particles were accelerated in a rocket
exhaust nozzle and then made to impinge on a model nose cone, The actual particle

. velocity at the specimen location must be known in order to allow interpretation of test

results. Following a derivation of the equation of motion for particles in a rocket exhaust
jet, exact solutions are presented for the two cases where the gas velocity, u, is a
linear function of x and where the gas velocity is constant in x. Then an approximate

solution is obtained for the case where the gas velocity is much greater than the particle ...

velocity. Finally, the results obtained are applied to the numerical computations of
aluminum oxide particle velocities at the specimen location in the 3.5 AHT exhaust jet,

The x-momentum equation for a single particle immersed in an accelerating gas
stream is

F, =S (myV_ ) B-1

Px —dt lnP x’? b )

where the coordinate system is chosen such that x is the axial direction in the nozzle and

the origin is located at the initial point in the system that is considered, normally the
nozzle entrance. '

The following assumptions will be made initially: (1) the fluid flow is one-
dimensional; (2) the particles are spherical; (3) Stokes drag law is applicable, thus
implying a Reynolds number with respect to the particle of the order of unity; (4) the
particle density is much greater than the gas density; and (5) the force resulting from the
pressure gradient in the x-direction is negligible, The assumed drag law is improved
later in this discussion when the approximate solution is considered.

The force acting on the particle is given by
pr = 37T;,Lgdp(u-Vx), (B-2)
which is Stokes drag law. Combining Equations (B-1) and (B-2) yields

WV 3rned Vi) = 0
mp —T - STg plu - Vx) = 0. (B-3)

The term {(u - V) in Equation (B-3) is the relative velocity between the particle
and the gas. As the gas accelerates through the nozzle, the particles are accelerated in
turn by the gas stream. The absolute velocity of the particle, Vx, is at all timés less
than the absolute velocity of the gas, u, such that the velocity of the particle relative to
the gas stream is always rearward or directed toward the combustion chamber. As the
absolute gas velocity, u, becomes very high in the divergent portion of the nozzle, the
absolute velocity of the particle, V., may be sufficiently low that, at some location in
the nozzle, the particle becomes supersonic with respect to the gas surrounding it. The
central point of the detached shock wave associated with this supersonic flow thus trails
the particle in the exhaust nozzle. The condition wherein the particle is supersonic with
respect to the gas is discussed when the approximate solution is considered.
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For the one-dimensional steady-state condition being studied:

dVy dVy
_ = Vy —,
dt dx
and for spherical particles:
3
ndp .
Mp = Pp g
Equation {B-3) now becomes
dv, 18u :
*dx p d?_g (u-Vvy) =0, (B-4)
— pd5

—-—-which -can be nondimensionalized by-rruzltiplyiné thxough by..L/u%, to.yield. . .

Vi d(Vy/uF) 1s#gL<

B 2V (B-5)
up ~d(x/L) ppdlz)'uF up up |

Let:
. V’ = Vx/uF
u’ = ufup
x” = x/L
_ iBygL
ppdqu’
whereupon Equation (B -‘_5') becomes
V’i+aV’ = au”, (B-6)
dx

The viscosity, i, is a function of gas temperature, and hence of x°. However, in
order to simplify the equation, Kg will be assumed constant and equal to the average
viscosity. Hence, a is not a function of x”.

Exact Solutions

Equation (B-6) is, in general, nonlinear and of degree greater than one in x”.
Solutions to the equation may be obtained for a particular nozzle geometry and a partic-
ular value of a by means of a computing machine. The sole boundary condition required
is the particle velocity at x“ equal to zero.
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Closed-form solutions to Equation (B-6) may be readily obtained for two special
cases: (1) where u” is linear in x“, and (2) where u” is constant The first case corre-
sponds to the condition where

u=ug + (up - ug) x~ (B-7)

and a is assumed to be constant.

In order to obtain a-solution of Equation (B-6) for the first case, the substitution

Vg = is made The equation is then second order and linear for the condition of b

Equation (B-7) with the boundary conditions at

o c dx” .
t"=0, x"=0and 3% = Vg,
where
. _tup
t” = L

The transformed equation is

dlx” | odxt up) ax” = aug . (B-8)

d(t”)z dat”’ E .
The solution to Equation{B-8) is

.| B-1 ug Vi a 3
3 -LW T-uZl " g | °*P - 51+ Bt (B-9)

E

B+l _uf Ls_] [z ) }_uz_
+[ 28 l-ué+a/3 il Z(B e l-uf:’

where

= 4,, .
g= /14 = (1 ug)
Equation (B-9) may be differentiated once to obtain V”, the result being
vo=Ll vae+1) - 2us| exp| - EHg+ 17
28 E E P > (B-10)

+ [ VB - 1)+ Zuf::] exp [%(B - l)t’]} .

Cross-plotting Equations (B-9) and (B-10) yields graphically V” as a function of
x’. This solution is important if a linear gas velocity distribution is approached in the
nozzle, or if the gas velocity distribution can be approximated by a series of linear
functions, each function being applicable’'to a small range of x”.
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A solution to Equation (B-6) can also be ohtained for the second case,

where

u’ = constant.

This case corresponds to the conditions of a constant-area duct. The constant will be
chosen equal to unity. The solution to Equation (B-6) for this case is

(1-V?)exp V = exp (-ax”). (B-11)
(1-VE)exp Vi :

An Approximate Solution

An approximate solution to Equation (B-6) is to be obtained. Egquation (B-6) is
integrated as follows: N

Vi=Vg x"=1 x” =1
S‘V’dV’ + gaV'dx' = gau'dx’. : (B-12)
V7= VE’, x’ =0 x“ =0

As before, the viscosity variation is neglected, and therefore a is not a function of

x’, and Equation (B-12) becomes

2 2 ! 1.
\(_Vgi —‘(—Y‘ZEL+CL V'dx’:aSu’dx’. (B-13)
0 0
It may be observed that
1
S‘ Vidx” =V’ :
0 average
Let V;verage = —ZE( 1 + €), where € may vary from -1 to +1. Furthermore,
1
S. u’dx”
0
may be obtained from nozzle geometry.
Let '
1
=2aS u’dx” + (V2)2, % B-14
v=2a) V) ) (B-14)
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The resulting equation,’a'.f't;r rearrangement, and noting that only positive values
of Vi are admissible, may be expressed as

\

VE _ l+e€ 1+¢e? '
Figure B-1is a plo't of Vl’;‘/a as a function of z///ocz fore= -1, 0, and +1. If K/

a2 >40, then the effect of € can be considered to be negligible. If, furthermore, (V2)2

is negligible compared with E

1
ZaS‘ u’dx”’,
0
then
¥ .1 /dp\ [/rp\ (vavgegdp e
25 (2) (&) (% (B-10)

The term in the last bracket of Equation (B-16) is the average Reynolds number with
respect to the particle diameter. -Y/a2>40 implies, for the conditions in a rocket exhaust,
a Reynolds number on the particle of the order of 600, or more. It is recalled that
Stokes drag law was assumed in the derivation of the differential equation. Stokes drag
law is valid for Reynolds numbers-up to the order of unity and is only approximate for

. Reynolds numbers up to about 600. Nevertheless, a simple modification can be made to

take account of this deviation in the approximate solution.
Recalling that
VE VT
when w/a2>40, algebraic manipulation gives

- 1

L
> mpVE = S;3mzdpudx. (B-17)

Thus, for ¢/a2>40, and neglecting the kinetic energy of the particle at the entrance, the

kinetic energy of the particle at the nozzle exit can be computed directly on the basis of
the gas velocity. The integrated form of the exact equation is

L
[y
3 my <v§ - vﬁ) = S 3mpd (u - V) dx, (B-18)
0

where, when z///az is large, it can be assumed that u >>V, and V can be neglected. When
€=-1, V=0 up to the exit and Vg =+ ¢ exactly.

The result of the exact analysis may be stated, therefore, as follows: The increase
in kinetic energy of the particle equals the drag force integrated over the nozzle length.

Neglecting the initial kinetic energy of the particle,

L
(KE)g = S)Fdx, (B-19)
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where F is the drag force on the particle. The analysis could have begun with the exact
energy relationship in differential form. Nonlinearities in the equation would have been
found, just as was found when starting with the momentum equation.

~ft should be noted that a more general drag law than Stokes law may be substituted
into Equation (B-19). A valid drag law exists for ngnolds numbers up to 1000 in sub-

‘sonic flow:

1 5
CDRep ) Rep
— = 14—
oo 24 6

As was pointed out previously, it is possible for supersonic relative velocities to
occur in the rocket-engine exhaust system. A supersonic drag law, such as the one
obtained by Kane*, can be used in Equation (B-19). The equation obtained by Kane is
applicable to spheres in the range of Reynolds numbers from 1 to 1000 in supersonic
flow. It may be written as :

s[ 1 0.52][ 1 ]
Ch=—| K+t 1+
D g D  JRe; v Re2

where Cpy is the drag coefficient, Rep is the Reynolds number based on sphere diameter
and conditions within the shock layer, and Kll) is a constant that variers slightly with
Mach number. For the Mach-number range from 1 to 1.5, the value of KL was found by
Charters and Thomas*% to be approximately 0. 35. This value of K]13 was used.

The ratio of the Reynolds number on the upstream side of the shock wave that
trails the particle to that on the downstream side was next calculated for M = 1.5, The
resulting value was 0,924 for an assumed specific-heat ratio, y, of 1.2. Thus, the
Reynolds-number ratio varies between 1 at M = 1 and 0.924 at M = 1.5. The ratio was
assumed to be 1. The equation presented by Kane was then expanded and the drag coef-
ficient was calculated for a Reynolds number of 300. The first term in the expansion
was (0. 35) (8/7), the second term was (0. 0705) (8/7), and subsequent terms were con-
sidered to be negligible. The drag coefficient was then assumed to be constant and equal
to (0. 42) (8/m). This is in agreement with Kane's result, which shows Cp to be approxi-
mately constant for a Reynolds number greater than 130. Kane obtained a value of
(0. 45) (8/7), based on a value of 0. 38 for K}). The drag force may now be written as

_ - 2.2
Fp = 0.42ypM“dg.

Computations of Particle Velocities in the
3.5 AHT Exhaust Jet

The results of computations of the velocities of aluminum oxide particles in the
3.5 AHT exhaust jet are presented now. After being accelerated by the gases within the
exhaust nozzle, the particles are additionally accelerated in the 6-inch space between the
nozzle exit and the test specimens. It is assumed herein that this free expansion is at a
constant gas velocity; hence, the flow in the space between the nozzle exit and the test

specimen is equivalent to that of frictionless flow in a constant-area duct.

*Kane, E. D., “Sphere Drag Data at Supersonic Speeds and Low Reynolds Numbers", Journal of the Aeronautical Sciences,
Vol 18, April, 1951, p 259.

*Charters, A. C., and Thomas, R. N., "The Aerodynamic Performance of Small Spheres From Subsonic to High Supersonic
Velocities”, Journal of the Aeronautical Sciences, Vol 12, October, 1945, p 468.
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APPENDIX C

MOTION OF A PARTICLE IN THE SHOCK LAYER IN THE MODEL STUDY
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APPENDIX C |

MOTION OF A PARTICLE IN THE SHOCK LAYER IN THE MODEL STUDY

The objective in studying the particle motion in the shock layer is to determine
what fraction of the particles will reach the body, that is, the impaction efficiency of
the particles, This appendix develops, from theoretical considerations, a set of equa-
tions that determine the minimum possible value of the impaction efficiency. The case
of alumma particles impinging upon test specimens is considered in detail, The re-
sults md1cate, for example, that the impaction efficiency is between 92 and 100 per cent
for all particles used in the first series of tests,

X

uﬁ*;
C

in.
in.

UJI
—l\)
O(‘h

7.
L

A B A-32679

FIGURE C-1. NOSE-CONE TEST SPECIMEN AND BOW SHOCK WAVE

Impaction Efficiency for Test Specimen

Figure C-1 shows the test specimen used in the first series of tests, together
with the detached bow shock wave, denoted by A-A, The shock-detachment distance at
the stagnation point is represented by A,

The minimum value of the impaction efficiency for the test specimen is found
from the following considerations, First, the fluid conditions between the shock and the
body are chosen such that any particle entering the shock layer will experience the max-
imum possible deflection, thereby giving the minimum impaction efficiency, In order to
produce the maximum particle deflection, the air velocity in the shock layer is assumed
to have no component in the y direction and a uniform vélocity in the x direction denoted
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by u, as shown in Figure C-1," Secondly, in order to simplify the mathematics, the
curved surface of the test specimen is replaced by Plane B-B and the shock wave is
replaced by the x-axis. By choosing these plane surfaces as the hypothetical boundaries
of the shock wave and the body, it is apparent that any particle impinging on the plane
surface must also strike the curved surface. In addition, the particle traveling through
the hypothetical shock layer will be deflected more than the particle in the real shock
layer because of the increased thickness of the shock layer, Therefore, it is assured
that the impaction efficiency of the hypothetical surface must be less than the impaction
efficiency of the actual surface,

Figure C-2 shows a particle at Point P in the shock layer. The particle is travel-
ing with velocity V oriented at an angle @ from the gas velocity u, The gas‘velocity is
assumed to be uniform and parallel to the x-axis. The components of the particle ve-
locity in the x and y directions are denoted by Vy and Vy, respectively. The velocity of
the particle with respect to the gas, V,, is at an angle a from the y-axis, The drag
force acting on the particle is represented by F and is shown acting in a direction op-
posite to the relative velocity, The components of the drag force are shown as Fy and
Fy. The initial conditions are that the particle enters the shock layer parallel to the
y-axis with a velocity Vg,

FIGURE C-2, FORCE AND VELOCITY DIAGRAM FOR PARTICLE IN SHOCK LAYER

The particle is assumed to be traveling supersonically with respect to the gas at
all times, This assumption will be justified in the following analysis, The drag force
acting on the particle is given by '

v 2, (C-1)

1
F ==
> CDAppg =

Referring to Figure C-2, the relative velocity is given by
Ve2 = u2 + V2- 2uVcos6 , (C-2)
or

Vel = u2 4 Vil + Vg2 - 20V, = (u-Vy)? + vyl . “ (C-3)
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The drag force in the y direction is

Vy. !
Fy = -Fcosa = -F vr= ° 5 CDApngrVy . (C-4)

Similarly, the drag in the x direction is given by

u-VvV 1
F, = Fsina = F: er = = CpAppgVr(u-Vy) . (C-5)

The equations of motion in the x and y directions are, respectively,

1 _ dVx

= CDApPer(u'Vx) = mp—d;— (C-6)
1 dVy

- ECDAPngrV)’ = mp?- . (C-T7)

Dividing Equation (C-6) by Equation (C-7) and rearranging gives

- e——

dVy ) dVy (c-8)
Vy-u Vy :
Integrating, and using the initial condition that Vyx = O when Vy = Vg, gives
Vs
Vy=—I(u-Vx) . (C-9)
u

Inserting Equations (C-3) and (C-9) into Equation (C-7) permits the equation of motion
to be expressed in integrable form:

av
~ e B )
Ez = kVy 1+ (u/VS) ’ (C-IO)

where
CpApp 3 C
k=__2_.2_g=2f.8?9 (C-11)
mp Pp °p
Integrating this expression and inserting the initial conditions gives '
Vs
vy=< = 2> : (C-12)
l+k Vgt /1 + (u/Vg)
The value of Vx is found by combining Equations (C-9) and (C-12) to give
Vyg=u - X ) (C-13)

1+ KkVst /1 + (u/Vg)2
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Integrating Equations (C-12) and (C-13) and combining with the initial conditions gives

= 1 log (1 +kVgt J1 + (u/Vs)2> (C-14)
k 1+ (/vg)?:

v |
x = ut - il log (1 + kvt J1+ (u/VS)2> . (C-15)

kJ1+ (u/Vg)?

The trajectory of the particle may be found by eliminating t from Equations (C-14)
and (C-15), which yields

X =

v | ATRY
u/Vg [evk L+ (u/Ve)® op Sf1+ (u/ve)? -1 ] (C-16)
kK J1+ (u/vg)?

Similarly, the velocity components may be written in terms of y:

e-yk J1+ (u/Vs)2

vy = Vg (C-17)

2 .
-ky /1 v
V.= u |:1 LRV IV ] (C-18)

“The original assumption that the particle velocity relative to the gas stream,
Vy, remains supersonic can now be examined. Substitution of Equations (C-17) and
(C-18) into Equation (C-3) gives the relative velocity as

oy P
Ve = Ve 14 (urvg? ¢ YRV T @/Vs) (C-19)

Thus, it is seen that the relative velocity decreases as the axial displacement
‘increases, so that V. is smallest at y = L. The parameters y and k appearing
in Equation (C-19) are evaluated below.

Evaluation of Parameters for First Test Series

Referring to Figure C-1, the total separation distance between the hypothetical
shock wave and target is given by

L=Xx+¢ , (C-20)

which overestimates the true detachment distance, thereby assuring a minimum
impaction efficiency and minimum relative velocity., From the geometry of the

figure, it is seen that
£=R -VR%-B2 = 0, 20 inch
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The detachment distance at the stagnation point of the curved surface, A, is 0.15 Ror

0. 39 inch™. Substitution of these values into Equation (C-20) gives L = 0.59 incb.

The parameter k is defined by Equation (C-11). The gas density in the shock
layer in the first series of tests was about 2.2 x 10~ -3 slug/ft ,» and the alumina particle
density about 8.0 slugs/ft3, The drag coefficient for a spherical particle can be taken
as a constant equal to unity in the transonic and supersonic regions, Using these
values, the value of k is found to be 5. 24/dp inches-1, where dp represents the particle
diameter in microns. Substitution of the above talues for k and L into Equation (C-19)
and rearranging gives

& St @va? -2 fieivgt
(V—s> =J1+ (u/Vg)™ e dp s . (C-21)
y=L

This equation is used below to determine the correctness of the original assumption
that the relative velocity always remains supersonic.

Figure C-3 shows the relationship between V,./V5 and u/V as stated in
Equation (C-21) for a range of particle sizes, The values of the initial particle
velocity, Vg, are found in Figure B-2 of Appendix B, For the particle sizes con-
sidered, these values are:

Particle Size, microns Vg, ft/sec
5 6000
16.4 5200
52,2 4100
87.8 3160

Physically, the velocity of the gas stream in the shock layer is limited to sonic velocity.
The velocity of sound in the shock layer is considered to be a constant determined by
the gas temperature at the stagnation point of 3740 R and a ratio of specific heats of
1,20, The sonic velocity corresponding to these conditions in the shock layer is

2780 ft/sec, Therefore, u must be less than 2780 ft/sec, and for the 5-micron particle,
for example, then u/Vg5<2780/6000 = 0,463, This maximum value of u/Vg and the cor-
responding values for the other particle sizes are noted on Figure C-3 by the dashed
curve. Similarly, for V, to be supersonic, then V,/Vg>0,463 for the 5-micron parti-
cle, From Figure C-3 1t is seen that V is always supersonic for all particles con-
sidered, regardless of the value of u. Therefore, in the calculations, any subsonic
value of u can be used, as long as u is also larger than the maximum true value of u in
the region, in order to assure the maximum particle deflection, that is, the minimum

*Ting=Yi Li and Geiger, R, E., "Stagnation Point of a Blunt Body in Hypersonic Flow", Journal of the Acronautical Sciences,
January, 1957,
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FIGURE C-3. RELATIONSHIP B.ETWEEN GAS VELOCITY AND RELATIVE VELOCITY
OF THE PARTICLE IN THE SHOCK LAYER
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impaction efficiency, Taking u as being equal to sonic velocity, and denoting it by u*,
the corresponding values of u*/Vg for the various particle sizes are:

Particle Size, 3 | > ]
microns u*/Vgy /1 + (uk/Vy) k, in. ~ k/ + (uk/Vg)©, in, 7

5,0 0,463 1,102 1,047 1.152
16, 4 0.534 1,134 0.3270 0,3710
52,2 0.678 1.208 0, 1005 0.1210
87.8 0.880 1,332 0.0596 0.0795

where the values of k and /1 + (u*/vs)‘2 are tabulated for convenience in the subsequent
calculation,

Calculation of Impaction Efficiency

The minimum impaction efficiency, 7, is defined by

B -x 2 X 2
~ *max ™max -
T) 1n=<___.B—____.> = 1- <_B___.> o (C_‘?_)

where B is the cross-sectional radius of the target, as shown in Figure C-1. The
impaction efficiency is evaluated from Equation (C-16), which gives

Xhax - u*/Vg ': kL\/l + (u=:</vs)2‘ ' 5 -
5 v A -kL /1 + (u*/Vyg) -1J, (C-23)

where the values B = 1.0 inch and L = 0,59 inch are to be taken from Figure C-1 and
where k and u*/Vg are taken from the preceding tabulation,

Figure C-4 shows the minimum impaction efficiency as determined by Equa-
tions (C-22) and (C-23) for a range of particle sizes, The curve applies only to the test
specimen shown in Figure C-1 and also applies only to alumina particles injected into
the 3.5 AHT rocket exhaust, For the 16.4-micron particles used in the first series of
tests, the curve shows that the impaction efficiency is above 92,2 per cent., The 52, 2-
and 87.8-micron particles have an impaction efficiency above 97 per cent,
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FIGURE C-4. MINIMUM IMPACTION EFrICIENCY FOR ALUMINA PARTICLES
IN 3.5 AHT ROCKET EXHAUST

Possible Refinements of the Calculations

The accuracy of the determination of the minimum impaction efficiency may be
improved by assuming other values for the gas velocity, u, which are more repre-
sentative of the true physical problem. As shown previously, the relative velocity, V,,
remains supersonic for all values of u, Therecfore, as long as u is equal to or greater
than the value of u occurring in the actual problem, the impaction efficiency will be a
minimum, The average value of the true gas velocity, u, can be found by consideratio
of the mass continuity relations for the shock-~layer region, Refinements of this nature
are not considered significant for the analysis of test-specimen exposure,

res
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